


FRANK LABORATORY OF NEUTRON PHYSICS 
OF THE JOINT INSTITUTE FOR NUCLEAR RESEARCH 

 
 The Joint Institute for Nuclear Research (JINR) is an international centre for 

experimental and theoretical investigations in the fields of elementary particle physics, 

nuclear and neutron physics, condensed matter research and related topics. 

 The JINR structure is determined by the fact that it is governed internationally and 

has many research specializations. Current scientific and financial affairs of the Institute’s 

Laboratories, common services as well as the work of specialized departments are guided by 

the Institute Directorate. 

 The Frank Laboratory of Neutron Physics is one of the eight JINR Laboratories. It 

was established in 1956, soon after the foundation of JINR. 

 In 1960 a principally new source of neutrons - the IBR fast pulsed reactor of periodic 

operation - was created at FLNP under the leadership of Prof. D.I.Blokhintsev (11.01.1908 - 

24.01.1979). The birth of this reactor gave rise to a new direction in the development of 

research neutron sources. 

 An extended scientific program with this reactor was initiated under the leadership of 

Nobel Prize Winner and Laboratory Director Prof. I.M.Frank (23.10.1908 - 22.06.1990) and 

Deputy Director Prof. F.L.Shapiro (06.04.1915 - 30.01.1973). Since 1960, a whole family 

of unique pulsed neutron sources for nuclear physics and condensed matter physics has been 

developed and constructed. The latest in the family, the IBR-2 high flux pulsed reactor, was 

commissioned in February 1984. The Laboratory was named after Prof. I.M.Frank in 1992. 

In the same year, in JINR the I.M.Frank Prize for Neutron Physics was established. 

 At present, the scientific activity of the Laboratory focuses on two fields of physics, 

namely nuclear physics and condensed matter physics. The first involves investigations of 

the neutron as an elementary particle and studies of compound states in neutron induced 

reactions. The second investigates pressing problems in the physics and chemistry of solid 

states, surfaces and liquids, and in molecular biology. Applied investigations are also 

carried out using nuclear physics methods. 



PREFACE 

We would like to offer the readers the report on the scientific activity of the Frank 

Laboratory of Neutron Physics for 2006. The first part presents a brief review of the 

experimental and theoretical results achieved in the main scientific directions – condensed 

matter physics, neutron nuclear physics and applied research. The second part includes the 

reports on the operation of the IBR-2 pulsed reactor and realization of the IREN project. The 

third part is concerned with the development and creation of elements of neutron 

spectrometers for condensed matter investigations. The fourth part presents the experimental 

reports that cover the main scientific directions in greater detail. The list of publications for 

2006 completes the report.  

In 2006 the IBR-2 reactor operated ∼ 2250 hours for physical experiments. The main 

results of the IBR-2 modernization in 2006: 

The main task of the year – manufacturing of fuel assemblies (FA) for the IBR-

2M reactor – has been successfully fulfilled. In July, 2006 the license for manufacturing FA 

in JINR was obtained, and on 12.07.2006 the first FA was made in the presence of a special 

commission. On 16.11.2006 the work was completed: 89 FA were manufactured, which 

provided an initial charge of the new reactor (63 FA) and burn up margin of about ~ 40 %. 

 In JINR Experimental Workshops: The manufacturing of rolling shielding was 

completed, its check assembly and tests were carried out. The control systems of the reactor 

were manufactured (emergency system units, compensating regulators, manual regulator). 

Automated Safety Control System (ASCS) of IBR-2M: The prototype model of 

ASCS (SNIIP-SYSTEMATOM) was manufactured and tested at the IBR-2 reactor. In SNIIP-

SYSTEMATOM the work on standard ASCS (including a new control panel) was started. In 

the Institute of Electronic Control Machines (INEUM) the work to develop a system to 

control technological parameters was continued. In JINR EW a prototype model of 

compensating device (CD) drive was manufactured, work on a prototype model of emergency 

shutdown system drive is in progress. 

Complex of moderators for IBR-2M. In December, 2006, the manufacturing of 

CHF-700/15 in “Heliymash”; detail design of moderators for 3 directions: beams 2-3, beams 

4-6, beams 7-11 (NIKIET); design of technological part (SSDI); detail design of cryogenic 

pipeline and intermediate heat exchanger (Heliymash) were completed. In FLNP the 

calculations and experimental work on transportation of frozen С9Н12 pellets were performed; 

design documentation on pellet generator was worked out. 



Program of works at the IBR-2 reactor in the temporary shutdown mode (2007-

2010). The program of works at the IBR-2 reactor during temporary shutdown as well as the 

schedule of works on modernization of IBR-2 in this period were developed, agreed upon and 

approved. 

 

IREN Project. The main tasks of the Frank Laboratory of Neutron Physics and the 

Laboratory of Particle Physics in 2006 were the completion of disassembling of the IBR-30 

reactor and the assembling of the available equipment of the first stage of the LUE-200 linac. 

Decommissioning of IBR-30. In accordance with the approved working schedule of 

the decommissioning the following works were carried out: «Report on Nuclear and 

Radiation Safety Assessment of the Research Pulsed Reactor IBR-30 in 2005» was prepared 

and submitted to Rostehnadzor of RF; all equipment from the reactor hall except for beam 

shutters, which would be used for the first stage of IREN, was dismantled and moved to 

building 117/b; All rooms of building 43 adjacent to the reactor hall were cleared; the 

decontamination and preparation of the reactor hall to repair were carried out. 

Works on the LUE-200 linac. The theoretical substantiation of the possibility to 

obtain required parameters of an electron beam at the first stage of the linac was completed. 

The MK1 klystron modulator was assembled at the regular place and adjusted. The modulator 

and pulsed transformer for the electron gun were mounted at the regular place. Test 

assembling of the SHF-path of the first section was carried out. The power frame of the 

vacuum pump system of the LUE-200 first section was fully equipped. Test assembling was 

carried out. Test assembling and certification of the buncher coil were carried out. In building 

43 the focusing solenoid of the first accelerating section was mounted with geodetic tie. The 

electron gun was assembled at the regular place. The pipeline laying-out of water supply for 

the water-cooling and thermostabilization system of LUE-200 was completed. 

At the IBR-2 neutron spectrometers a number of experiments were carried out in 

currently central research directions.  

In addition to the complex manganese oxides (manganites), whose main peculiarity is 

the effect of colossal magnetoresistance, growing interest is being shown in the complex 

cobalt oxides (cobaltites) of the Ln1-xMxCoO3 type, where Ln – lanthanide, M – alkaline-earth 

element. From the scientific point of view, cobaltites are of interest due to strong correlations 

between lattice, charge, spin and orbital degrees of freedom. And from the viewpoint of 

practice cobalt oxides are of importance since they are used as electrodes in current power 

supplies. The peculiarities of phase transitions in cobaltites are connected with the imbalance 



between the intra-atomic Hund energy and the energy of crystal field corresponding to the 

configuration of octahedrons of CoO6. As a result, the Co3+ ion may be in three different spin 

states: low-spin (LS, t2g
6eg

0), intermediate (IS, t2g
5eg

1) and high-spin (HS, t2g
4eg

2) state. 

At the IBR-2 reactor the investigations of atomic and magnetic structure of cobaltites 

were carried out (including experiments at high external pressures). At the HRFD 

diffractometer the composition of Pr0.5Sr0.5CoO3 was studied, in which several magneto-

structural phase transitions had been observed earlier. The diffraction spectra were measured 

in a wide range of temperatures (10 – 780 K) mainly in the mode of sample heating. In this 

range two phase transitions (Т1 ≈ 120 К and Т2 ≈ 300 К) were detected, in the course of which 

magnetic and crystal structures of the sample change. On heating the symmetry sequentially 

varies from triclinic to rhombic and then to rhombohedral one. The transitions are greatly 

spread over temperature, and between 120 К and 300 К the phases coexist (Fig.1). The 

magnetic measurements confirm that the structural transition at 300 К coincides with the 

Curie ferromagnetic point. The nature of the magnetic transition at 120 К remains unknown 

so far. 

At the DN-12 diffractometer the investigation of the crystal and magnetic structure of 

hexagonal frustrated manganites RMnO3 (R=Y, Lu) was performed at high pressures of up to 

6 GPa. The obtained experimental data, along with the results of the previous investigations 

of other hexagonal manganites, made it possible to relate the symmetry of triangular AFM 

state with the parameter of distortion of triangular lattice s formed by Mn and O atoms. The 

obtained generalized magnetic phase diagram allows one to explain the observed changes of 

the symmetry of magnetic state at chemical substitution (change in the ion radius R of the 

element) and on application of high pressure due to variation of s.  

Undulation forces of lipid membranes. Membranes belong to the so-called random 

fluctuating surfaces, which include a wide class of objects: from biomembranes to strings in 

the modern field theory trying to describe all fundamental interactions from a single 

viewpoint. This accounts for close attention of modern theoretical physics to biomembranes 

and, in particular, to lipid membranes. The establishment of the law and an initial estimate of 

the universal constant of interactions of such objects made by W. Helfrich in 1978 became a 

significant result in the statistical physics of random surfaces. His estimate gave the value of 

the universal constant 3π2/128. To appreciate the significance of the obtained result it may be 

safely said that this law is as important for the physics of random surfaces as the perfect gas 

laws for the point particle physics. 



In 1986-89 C.R. Safinya et al. using the analysis of the shape of diffraction peaks from 

amphiphilic multilayers obtained at X-ray high-resolution diffractometers on synchrotron X-

ray sources, interpreted the results of their experiments as complete quantitative verification 

of the results of the undulation force theory including the distance dependence of the force 

and the constant value 3π2/128. That was a triumph of W. Helfrich’s concept. But as the 

further advancement of research in this field showed, it was a short-time triumph. Several 

groups, including theoretical physicists concerned with the quantum field theory, 

independently of one another and using different theoretical methods succeeded in obtaining 

an exact value of the universal constant of these interactions. Their results coincided, but the 

obtained value (close to 3π2/256) was twice as large as the experimental value. Such 

contradiction of theoretical and experimental results has received the name "enigmatic" and 

actually meant severe crisis in this field. In the work carried out with the participation of the 

FLNP physicists, new approaches to study intermembrane interactions and to determine the 

universal constant based on the investigation of temperature dependence of intermembrane 

interactions by means of complementary use of small-angle thermal neutron scattering and 

high-resolution diffraction on a synchrotron source have been developed. In particular, the 

value of the constant 3π2/256 has been obtained that coincides with the theoretical 

predictions. It also has been shown that the transition from multilamellar to unilamellar 

membranes proceeds in accordance with a two-state model. In addition, for the first time the 

true significance of undulation forces has been demonstrated – they really make a 

considerable contribution into the balance of intermembrane interactions, and what is more, 

become dominating at intermembrane distances larger than 20.5 Å.  

 

In 2006 a number of experiments were carried out and some interesting results were 

obtained in the field of nuclear physics. The work to manufacture a full-scale facility to 

measure a neutron-neutron cross-section on the YAGUAR reactor was completed. First 

calibration measurements on rare gases with the well-known cross-sections were carried out. 

The data from the experiment carried out at the reactor in ILL (Grenoble) to observe a change 

in the neutron energy at passing through accelerated matter were processed. The existence of 

the effect follows from the validity of the equivalence principle and detailed neutron-optical 

calculations. The change in the neutron energy detected in the experiment is of the order of 

2×10−10 eV, which is at the record level of accuracy attainable at the present state of the art. 

The experiment aimed at checking the efficiency of control over the polarization of thermal 



and epithermal neutrons using a radio-frequency field was carried out on beam Н8 of the 

KENS pulsed neutron source (KEK, Japan). The polarization of neutrons and analysis of their 

polarization were performed by the devices on the basis of polarized 3Не with optical 

pumping developed by the KEK-FLNP JINR collaboration in 2003-2005. The experimental 

results agree well with the calculations and have demonstrated high efficiency of the proposed 

method. The developed technique will be used to control neutron polarization in the 

experiment to verify T-invariance in interaction of polarized neutrons with polarized nuclei. 

The experiment is planned to be carried out on the JSNS source, which is under construction 

at present. In the framework of experiments to search for neutral currents in nucleon-nucleon 

interactions and to determine weak π-meson coupling constant, in collaboration with PNPI, 

ILL and TU Munich on beam PF1B of cold polarized neutrons (ILL, Grenoble) a “zero” 

experiment was performed to determine the background asymmetry for a series of 

measurements of P-odd asymmetry in the reaction 6Li(n,α)3H. 

Within the collaboration Jyväskylä-Darmstadt-Dubna-Gatchina in JYFL (Finland) a 

series of experiments to study fission using two mosaics of semiconductor detectors was 

carried out. In the first experiment angular and mass-energy correlations of fission fragments 

in the reaction 238U + 4He (40 MeV) were investigated. The angular resolution of the facility 

made possible a direct search for the ternary collinear decay events. A number of effects, 

which could give indirect evidence to the existence of exotic fission modes, were discovered. 

In the second experiment a precision measurement of energy distributions of α-particles and 

nuclei of 6He emitted in the process of 252Cf ternary spontaneous fission was performed. A 

significant deviation of spectra from the Gaussian shape was observed in a low-energy region.  

In the framework of collaboration with ISR RAS the specialists from FLNP and LRB 

performed calculations of angular dependence of efficiency of the Lunar Exploration Neutron 

Detector (LEND) (one of the instruments of the NASA Lunar Reconnaissance Orbiter 2008) 

intended to map the flux of neutrons from the lunar surface to search for evidence of water ice 

and provide measurements of the space radiation environment which can be useful for future 

human exploration. Also, experimental calibrations of the laboratory prototype of the 

instrument were carried out. 

 In the framework of the International Program «Atmospheric Heavy Metal Deposition 

in Europe – Estimations Based on Moss Analysis» a series of works that involved 

simultaneous collection of samples in 2005–2006 in a number of regions in Central Russia, 

Southern Urals, Belarus, Bulgaria, Slovakia, Poland, Romania, Serbia, Macedonia, Croatia 



and Greece for multielement activation analysis at the IBR-2 reactor was completed. The 

results of the analysis on 13 elements: Al, As, Cd, Cr, Cu, Fe, Hg, Ni, Pb, Sb, Ti, V and Zn 

will be submitted to the European Atlas of Atmospheric Heavy Metal Deposition. Similar 

studies were carried out in Mongolia and Vietnam. The results of the analysis of moss-

biomonitors from biosphere reserves (Prioksko-Terrasny and Voronezh biosphere reserves) 

obtained in collaboration with the Institute of Global Climate and Ecology (Moscow) are of 

particular interest. 

 In conclusion, it might be well to point out that great interest is being expressed by the 

JINR Member States in the work in the field of neutron investigations. It is also significant 

that in the last few years a lot of young people have come to the Laboratory. All these facts 

confirm that the Laboratory continues to develop successfully and dynamically, carrying out 

investigations in the interests of the JINR Member States. 

 

 

 

04.04.2007 A.V.Belushkin 

 Director 

 



ПРЕДИСЛОВИЕ 

Вашему вниманию предлагается отчёт о научной деятельности Лаборатории 

нейтронной физики им. И.М. Франка за 2006 год. В первой части представлен краткий обзор 

экспериментальных и теоретических результатов исследований, достигнутых по основным 

научным направлениям – физике конденсированных сред, нейтронной ядерной физике и 

прикладным исследованиям. Вторая часть включает отчёты о работе импульсного реактора 

ИБР-2 и реализации проекта ИРЕН. Третья часть посвящена разработке и созданию 

элементов нейтронных спектрометров для исследований конденсированных сред. В 

четвёртой части представлены экспериментальные отчеты, которые более подробно 

освещают основные направления исследований. Завершает отчёт список публикаций за 2006 

год. 

 В 2006 г.  реактор ИБР-2 отработал на физический эксперимент ∼  2250 часов. 

Основные результаты по модернизации ИБР-2 в 2006 г.:  

Главная задача года – изготовление тепловыделяющих сборок (ТВС) для 

реактора ИБР-2М. В июле 2006 г. была получена лицензия на изготовление ТВС в ОИЯИ, а 

12.07.2006 г. собрана первая ТВС в присутствии специальной комиссии. 16.11.2006 г. работа 

была завершена: изготовлено 89 ТВС, что обеспечивает стартовую загрузку нового реактора 

(63 ТВС) и запас на выгорание около 40 %.  

 В Опытном производстве (ОП) ОИЯИ. Завершено изготовление откатных защит, 

проведена их контрольная сборка и испытания; Изготовлены органы регулирования реактора 

(блоки аварийной защиты, компенсирующие регуляторы, ручной регулятор).  

Автоматизированная система управления защиты  (АСУЗ) ИБР-2М. Завершен 

опытный образец АСУЗ (СНИИП-СИСТЕМАТОМ), проводятся его испытания на реакторе 

ИБР-2. В СНИИП-СИСТЕМАТОМ начаты работы по штатной АСУЗ, включая новый пульт 

управления. В Институте электронных управляющих машин (ИНЭУМ) продолжались 

работы по созданию системы контроля технологических параметров. В ОП ОИЯИ 

изготовлен опытный образец привода компенсирующего органа (КО), ведется работа над 

опытным образцом привода аварийной защиты.  

Комплекс замедлителей ИБР-2М. В декабре 2006 г. завершены: изготовление КГУ-

700/15 в «Гелиймаше»; технический проект собственно замедлителей для 3-х направлений: 

2-3 пучки, 4-6 пучки, 7-11 пучки (НИКИЭТ); проект технологической части (ГСПИ); 

рабочий проект криогенных трубопроводов и промежуточных теплообменников (Гелиймаш).  

В ЛНФ выполнены расчетные и экспериментальные работы по транспортировке шариков из 



замороженного мезитилена С9Н12, разработана конструкторская документация на генератор 

шариков.  

Программа работ на реакторе ИБР-2 в режиме временного останова (2007-2010 

годы»). Разработана, согласована и утверждена программа работ на ИБР-2, а также график 

работ по модернизации ИБР-2 в период временного останова. 

 

Проект ИРЕН. Главными задачами Лаборатории нейтронной физики и Лаборатории 

физики частиц в 2006 году являлось завершение демонтажа реактора ИБР-30 и монтаж 

имеющегося оборудования первой очереди ускорителя ЛУЭ-200.  

Вывод из эксплуатации ИБР-30. В соответствии с утвержденным планом-графиком 

вывода из эксплуатации, были выполнены следующие работы: подготовлен и представлен в  

гостехнадзор РФ «Отчет по оценке состояния ядерной и радиационной безопасности 

импульсного исследовательского реактора (ИИР) ИБР-30 в 2006 году; демонтировано и 

транспортировано в здание 117/6 все оборудование из зала реактора за исключением 

шиберов пучков, которые будут использованы для первой очереди ИРЕН; освобождены все 

смежные с залом реактора помещения здания 43; проведена дезактивация и подготовка зала 

реактора к ремонту.  

Работы по ускорителю ЛУЭ-200. Завершено теоретическое  обоснование 

возможности получения нужных параметров пучка электронов в 1-ой очереди ускорителя. 

Смонтирован на штатном месте и налажен модулятор клистрона МК1. Смонтирован на 

штатном месте модулятор и импульсный трансформатор для электронной пушки. Проведена 

контрольная сборка СВЧ-тракта первой секции. Укомплектована стойка  питания системы 

вакуумных насосов первой секции ЛУЭ-200. Проведена контрольная сборка. Произведена 

контрольная сборка  и паспортизация катушки группирователя. В здании 43 произведен 

монтаж с геодезической привязкой фокусирующего соленоида первой ускоряющей секции. 

Смонтирована на штатном месте электронная пушка. До конца года будет завершена 

прокладка трассы водоснабжения для системы водоохлаждения и термостабилизации ЛУЭ-

200. 

 На нейтронных спектрометрах ИБР-2 выполнен ряд экспериментов по актуальным 

научным направлениям.  

Вслед за сложными оксидами марганца (манганитами), основной особенностью 

которых является эффект колоссального магнитного сопротивления, растущий интерес 

проявляется к сложным оксидам кобальта (кобальтитам) типа Ln1-xMxCoO3, где Ln – 

лантанид, M – щелочноземельный элемент. С научной точки зрения кобальтиты интересны 

сильными корреляциями между решеточными, зарядовыми, спиновыми и орбитальными 



степенями свободы. Оксиды кобальта важны для практики в связи с их использованием в 

качестве электродов в источниках тока. Особенности фазовых переходов в кобальтитах 

связаны с нарушением баланса между внутриатомной энергией Хунда и энергией 

кристаллического поля, связанной с конфигурацией октаэдров CoO6. В результате, ион Co3+ 

может находиться в трех разных спиновых состояниях: низкоспиновом (LS, t2g
6eg

0), 

промежуточном (IS, t2g
5eg

1) высокоспиновом (HS, t2g
4eg

2). 

 На реакторе ИБР-2 проведены исследования атомной и магнитной структуры 

кобальтитов, в том числе при высоких внешних давлениях. На дифрактометре ФДВР 

изучался состав Pr0.5Sr0.5CoO3, в котором ранее наблюдались несколько магнито-структурных 

фазовых переходов. Дифракционные спектры были измерены в широком диапазоне 

температур (10 – 780 K), в основном в режиме нагрева образца. В этом диапазоне 

обнаружены два фазовых перехода (Т1 ≈ 120 К и Т2 ≈ 300 К), в ходе которых изменяются 

магнитная и кристаллическая структуры образца. При нагревании симметрия 

последовательно повышается от триклинной до ромбической и затем до ромбоэдрической. 

Переходы сильно размыты по температуре а между 120 К и 300 К фазы сосуществуют.  

Магнитные измерения подтверждают, что структурный переход при 300 К совпадает с 

ферромагнитной точкой Кюри. Природа магнитного перехода при 120 К пока остается 

неизвестной. 

 На дифрактометре ДН-12 проведено исследование кристаллической и магнитной 

структуры гексагональных фрустрированных манганитов RMnO3 (R=Y, Lu) при высоких 

давлениях до 6 ГПа. Полученные экспериментальные данные, вместе с результатами 

предыдущих исследований других гексагональных манганитов, позволили установить 

взаимосвязь между симметрией треугольного АФМ состояния с параметром искажения 

треугольной решетки s, образованной атомами Mn и O. Полученная обобщенная магнитная 

фазовая диаграмма позволяет объяснить наблюдаемые изменения симметрии магнитного 

состояния при химическом замещении (изменении ионного радиуса R элемента) и  

приложении высокого давления за счет вариации s. 

Ондуляционные силы липидных мембран. Mембраны относятся к так называемым 

случайным флуктуирующим поверхностям, к которым принадлежит широкий класс 

объектов: от биомембран до струн в современной теории поля, пытающейся описывать с 

единой точки зрения все фундаментальные взаимодействия. Это является одной из причин  

внимания современной теоретической физики к биомембранам и, в частности, к липидным 

мембранам. Значительным результатом статистической физики случайных поверхностей 

было установлениe в 1978 году В. Хельфрихом закона и оценка универсальной константы 

взаимодействия таких объектов. Его оценка дала значение константы 3π2/128. Отмечая 



значимость полученного результата, можно сказать, что этот закон играет такую же роль в 

физике случайных поверхностей, как и закон идеального газа в физике точечных частиц. В 

1986-89 годах С. Сафинья и др., используя анализ формы дифракционных пиков от 

мультислойных амфифильных мультислоев, измеренных на ренгеновских дифрактометрах 

высокого разрешения на синхротронных источниках рентгеновского излучения, 

интерпретировали результаты своих экспериментов как полное количественное 

подтверждение результатов теории ондуляционных сил, включая зависимость силы от 

расстояния и константу 3π2/128. Это было триумфом концепции В. Хельфриха. Но как 

показало дальнейшее развитие исследований в этой области, это был временный триумф. 

Несколько групп, в том числе физики-теоретики, работающие в области квантовой теории 

поля, независимо друг от друга и используя различные теоретические методы,  сумели 

получить точное значение универсальной константы этих взаимодействий. Их результаты 

совпали, но полученное значение, близкое к  3π2/256, в два раза отличается  от 

экспериментального значения. Такое противоречие теоретических и экспериментальных 

результатов получило название “загадочного” и фактически означало глубокий  кризис в 

данной области. В работе, выполненной с участием физиков ЛНФ, были развиты новые 

подходы для исследования межмембранных взаимодействий и определения универсальной 

константы, основанные на исследовании температурной зависимости межмембранных 

взаимодействий с помощью комплементарного использования малоуглового рассеяния 

тепловых нейтронов и дифракции высокого разрешения на синхротронном источнике. В 

частности, получено значение  константы взаимодействия равное  3π2/256, совпадающее с 

теоретически предсказанным. Показано также, что переход от мультислойных к одиночным 

мембранам происходит в соответствии с теоретически предсказанной моделью двух 

состояний.  Кроме того, впервые показано, какова истинная величина ондуляционных сил - 

они действительно вносят значительный вклад в баланс межмембранных взаимодействий и, 

более того, эти силы становятся доминирующими на расстояниях больше 20 Å.  

 

В 2006 г. был выполнен ряд работ и получены интересные результаты в области 

ядерной физики. Были завершены работы по изготовлению полномасштабной установки для 

измерения сечения рассеяния нейтрона на нейтроне на реакторе ЯГУАР. Выполнены первые 

калибровочные измерения на инертных газах с хорошо известным сечением. 

Обработаны экспериментальные данные эксперимента по наблюдению изменения 

энергии нейтрона при прохождении через ускоренное вещество, проведенного на реакторе 

ИЛЛ (Гренобль). Существование эффекта следует из справедливости принципа 

эквивалентности и детальных нейтронно-оптических расчетов. Изменение энергии нейтрона, 



зарегистрированное в опыте составляло величину порядка 2×10-10 эВчто является рекордным 

по уровню точности на сегодня. На пучке Н8 импульсного нейтронного источника KENS 

(КЕК, Япония) проведен эксперимент, целью которого являлась проверка эффективности 

управления поляризацией тепловых и эпитепловых нейтронов с помощью радиочастотного 

поля. Поляризация нейтронов и анализ их поляризации осуществлялись устройствами на 

основе поляризованного 3Не с оптической накачкой, созданными коллаборацией КЕК-ЛНФ 

ОИЯИ в 2003-2005 гг. Результаты эксперимента хорошо согласуются с расчетами и показали 

высокую эффективность предложенного метода. Разработанная методика будет 

использована для управления нейтронной поляризацией в эксперименте по проверке Т-

инвариантности во взаимодействии поляризованных нейтронов с поляризованными ядрами, 

постановка которого планируется на строящемся источнике JSNS. В рамках экспериментов 

по поиску нейтральных токов в нуклон-нуклонных взаимодействиях и определению слабой 

π-мезонной константы связи в коллаборации с  ПИЯФ, ИЛЛ и ТУ Мюнхена проведен 

«нулевой» эксперимент по определению фоновой асимметрии на пучке холодных 

поляризованных нейтронов PF1B (ИЛЛ, Гренобль) для цикла измерений Р-нечетной 

асимметрии в реакции 6Li(n,α)3H.  

В коллаборации Ювяскюля-Дармштадт-Дубна-Гатчина в JYFL (Финляндия) была 

проведена серия экспериментов по изучению деления с использованием двух мозаик 

полупроводниковых детекторов. В первом эксперименте исследовались угловые и массово-

энергетические корреляции осколков деления в реакции 238U + 4He (40 МэВ). Угловое 

разрешение установки позволяло вести прямой поиск событий тройного коллинеарного 

распада. Был обнаружен ряд эффектов, которые могут давать косвенное указание на 

существование экзотических мод деления. Во втором эксперименте было проведено 

прецизионное измерение энергетических распределений α-частиц и ядер 6He, испускаемых в 

процессе тройного спонтанного деления 252Cf. Наблюдалось существенное отклонение 

спектров от Гауссовской формы в низкоэнергетической области.  

В рамках сотрудничества с ИКИ РАН специалистами ЛНФ и ЛРБ были проведены 

расчеты угловой зависимости эффективности лабораторного прибора ЛЕНД, 

предназначенного для анализа нейтронного излучения на орбите Луны в составе 

орбитального аппарата НАСА Lunar Reconnaissance Orbiter 2008. Были также проведены 

экспериментальные калибровки лабораторного прототипа прибора. 

 В рамках международной программы «Атмосферные выпадения тяжелых металлов 

(ТМ) в Европе – оценки на основе анализа мхов-биомониторов» завершен большой цикл 

работ, связанных с одновременным сбором образцов в 2005–2006 гг в ряде районов 

Центральной России, Южного Урала, Белоруссии, Болгарии, Словакии, Польши, Румынии, 



Сербии, Македонии, Хорватии и Греции для проведения многоэлементного активационного 

анализа на реакторе ИБР-2. Результаты анализа по 13 элементам: Al, As, Cd, Cr, Cu, Fe, Hg, 

Ni, Pb, Sb, Ti, V и Zn будут переданы в Европейский Атлас атмосферных выпадений ТМ. 

Аналогичные исследования проведены в Монголии и Вьетнаме. Особый интерес 

представляют результаты анализа мхов-биомониторов из биосферных заповедников 

(Приокско-Террасного и Воронежского), полученные в сотрудничестве с Институтом 

глобального климата и экологии (Москва). 

В заключение можно отметить, что наблюдается рост интереса стран-участниц ОИЯИ  

к работам в области нейтронных исследований.  Важно, что в последние годы в 

Лабораторию пришло довольно много молодежи. Все эти факты подтверждают, что 

Лаборатория продолжает успешно и динамично развиваться, проводя исследования в 

интересах стран-участниц ОИЯИ. 
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1. SCIENTIFIC RESEARCH 
 

1.1. CONDENSED MATTER PHYSICS 
 

In addition to the complex manganese oxides (manganites), whose main peculiarity is the 
effect of colossal magnetoresistance, growing interest is being shown in the complex cobalt oxides 
(cobaltites) of the Ln1-xMxCoO3 type, where Ln – lanthanide, M – alkaline-earth element. From the 
scientific point of view, cobaltites are of interest due to strong correlations between lattice, charge, 
spin and orbital degrees of freedom. Cobalt oxides are important in practice since they are used as 
electrodes in current power supplies. The peculiarities of phase transitions in cobaltites are 
connected with the imbalance between the intra-atomic Hund energy and the energy of crystal field 
corresponding to the configuration of octahedrons of CoO6. As a result, the Co3+ ion may be in three 
different spin states: low-spin (LS, t2g

6eg
0), intermediate (IS, t2g

5eg
1) and high-spin (HS, t2g

4eg
2) state. 

At the IBR-2 reactor the investigations of atomic and magnetic structure of cobaltites were 
carried out (including experiments at high external pressures). At the HRFD diffractometer the 
composition of Pr0.5Sr0.5CoO3 was studied, in which several magneto-structural phase transitions 
had been observed earlier. The diffraction spectra were measured in a wide range of temperatures 
(10 – 780 K) mainly in the mode of sample heating. In this range two phase transitions (Т1 ≈ 120 К 
and Т2 ≈ 300 К) have been detected, in the course of which magnetic and crystalline structures of 
the sample change. On heating the symmetry sequentially varies from triclinic to rhombic and then 
to rhombohedral one. The transitions are greatly spread over temperature, and between 120 К and 
300 К the phases coexist (Fig.1). The magnetic measurements confirm that the structural transition 
at 300 К coincides with the Curie ferromagnetic point. The nature of the magnetic transition at 
120 К remains unknown so far. 
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Fig. 1. Structural phase content in a sample versus temperature. 

 
 
At the DN-12 diffractometer the investigation of the crystalline and magnetic structure of 

hexagonal frustrated manganites RMnO3 (R=Y, Lu) was performed at high pressures of up to 
6 GPa. The obtained experimental data along with the results of the previous investigations of other 
hexagonal manganites made it possible to relate the symmetry of triangular AFM state with the 
parameter of distortion of triangular lattice s formed by Mn and O atoms. The obtained generalized 



magnetic phase diagram provides an explanation for the changes observed in the symmetry of the 
magnetic state caused by chemical substitution (change in the ion radius R of the element) and high 
pressure due to variation of s (Fig. 2).  
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Fig. 2. Phase diagram of hexagonal manganites RMnO3 and schematic representation of AFM 
structures of the symmetry Γ1 and Γ1+Γ2. 

 
 

In the framework of structural investigations of the factors influencing the stabilization of 
ferrofluids a planned study of the effect of surfactant excess in ferrofluids on their stability started. 
As the first system the classical ferrofluid based on magnetite dispersed into benzene and covered 
by a single layer of oleic acid was chosen. It is known that this system shows the most stability if 
the whole surfactant is adsorbed on a magnetite surface, i.e. in the absence of free surfactants in 
solution. In this connection, the solutions of oleic acid (С17H33СООH) in deuterated benzene (С6D6) 
were studied by small-angle neutron scattering. The aim of the study was to determine the character 
of interaction between molecules of the acid, and also to clarify the possibility of their 
clusterization. On the whole, scattering curves in the Guinier approximation (Fig. 3) point to the 
repulsion between the surfactant molecules. However, the value of the second virial coefficient 
B = −0.02 determined from these data is significantly larger than that for the system of hard spheres 
(B = −8). This suggests that the attraction component is essential in the pair potential of interaction 
between molecules. The volume of molecule of oleic acid, 657 Å3, determined from the SANS data 
differs considerably from its Van der Waals volume, 523 Å3, and, at the same time, practically 
coincides with the specific volume of pure oleic acid in its liquid state. In order to clarify the given 
observation, the simulation of the studied system by molecular dynamics methods started. 
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Fig. 3. Scattering curves of oleic acid solution (OA) in deuterated benzene with various 
concentrations and dependence of scattering intensity at zero angle in the Guinier approximation 
on concentration. For the bottom graph a negative slope is observed, which is indicative of 
repulsion between oleic acid molecules in solution. 

 
At the REMUR spectrometer the investigation of the magnetic ordering and domain 

structure in the layers 20×[Fe(1.993nm)/Cr(1.2nm]/MgO was carried out. In this structure the 
magnetizations of neighboring iron layers are directed antiparallel. In the plane of layers there exist 
domains, which are also ordered antiferromagnetically. The type of interlayer ordering depends on 
the thickness of chromium layer. It was proposed to change the thickness of chromium layer by 
pressing and stretching it using a sound wave of megahertz range. In reflectometric experiments 
with polarized neutrons the effects of change in diffused neutron scattering from the domain 
structure and of occurrence of inelastic neutron scattering due to the onset of oscillations of the 
magnetic moments of layers were observed. The dependence of polarization ability on the QX 
component of momentum transfer (along the neutron beam) was determined at various values of the 
sound frequency f0 = 50 MHz and 3f0 = 150 MHz (Fig. 4). It can be seen that with increasing 
frequency the QX distribution widens, which suggests that the size of the domain decreases. Thus, it 
has been shown that it is possible to control the magnetic structure of the antiferromagnetically-
ordered structure 20×[Fe(1.993nm)/ Cr(1.2nm]/MgO by changing the level or frequency of the 
sound wave. This opens a new possibility to control the magnetic structure, which is characterized 
by a high speed of response. 
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Fig. 4. The dependence of polarization ability on the QX component of momentum transfer (along 
the neutron beam) at various values of sound frequency at neutron scattering from the films 
20×[Fe(1.993nm)/Cr(1.2nm]/MgO. 

 
 At the DN-2 diffractometer the decay of hydrated clathrate with deuterium (composition 
32D2:136D2O) was studied at heating up to 250 К with the fixation of stages of its decomposition. 
Short-term (15 min) heating of the sample with the subsequent hardening down to the temperature 
of liquid nitrogen (95 K) made it possible to perform stepwise removal of hydrogen from clathrate 
pores at the same conditions of long-term exposition to study interaction of the matrix with the 
molecules of interstitial deuterium. It turned out that the lattice parameter under these conditions did 
not depend on the deuterium concentration, i.e. no signs of increase of its interaction with the lattice 
were shown. In order to solve the question on the nature of deuterium extraction, the intensities of 
individual reflexes were analyzed. Thus, the compositions of hydrides at annealing were determined 
graphically by imposing the column of experimental intensities on the calculated raster (Fig. 5). The 
calculation of initial scattering by the Rietveld method gave the best agreement at the concentration 
of 32 molecules of D2 per cell, where 16 molecules are in a large cage (8b, 2 mol. each) and 16 
molecules – in a small one (16c, 1 mol. each). After short-term (15 min) heating up to the 
temperature of 145 К changes in the clathrate structure are minimal. Gradual removal of hydrogen 
is possible up to the temperature of 195 К, when the growth of impurity phase of ice starts and the 
composition reaches the minimal value x=168b+16*0.716c=27.2± 0.5D2. On warming up to 220 К 
the decomposition of clathrate along with the appearance of intensive lines of ice crystalline phases 
(Ih, Ic) with a noticeable portion of amorphous ice of low density are observed.  

Complex investigations of physical properties of synthetic single-crystal quartz and quartz 
powder in a temperature region of α-β transition were conducted by neutron diffraction and 
mechanical spectroscopy. The crystal structure of quartz powders with various average sizes of 
grains was determined in a temperature interval up to 620°С and at a temperature of α-β phase 
transition. Temperature dependences of values of internal friction and resonance frequency in 
quartz samples were obtained in the vicinity of the phase transition temperature at the excitation of 
vibrations in the planes parallel and perpendicular to the Z axis of quartz. Different values of 
temperatures of the points of maximum of internal friction lying in the interval of 560-620°С were 
registered. Possible reasons for the displacement of transition temperature were suggested. The 
maximum of internal friction, which is not associated with the structural transformations in quartz, 
was revealed in the vicinity of 350°С. The aim of further studies is to find reasons for the 
displacement of the point of phase α-β transition in quartz and the nature of the internal friction 
peak at 350°С. 

 



60

80

100

120

140

160

0.9 0.8 0.7 0.50.61.0

D2O-D2

400

440

531

511

220, 422, 620

331

222

311
as prepared

Tann= 220 K

Tann= 195 K

Tann= 145 K

 

In
te

ns
ity

, %

Occupancy of small cages

T = 95 K

 
 

Fig. 5. Calculated and experimental values of intensities for D2O–D2 clathrate as a function of 
occupancy of small cages.  
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Fig. 6. Comparisons of the Gexp(ν) spectra of crystalline (Cr-2 and Cr-3) and orientational glass 
(OG) solid phases of 2,3-dimethylbutane with the Gcal(ν) spectra of isolated molecules 
calculated within one phonon scattering approximation.  

 
At the inverted geometry spectrometer NERA the study of vibration spectra of hexane 

isomers was conducted accompanied by the calculations in the framework of the DFT method. 
Inelastic scattering spectra were measured for the isomers: 2- or 3-methyl-pentane and 2,2- or 2,3-
dimethyl-butane with a general formula C6H14. Simultaneously, the diffraction spectra of these 
samples were measured, which allowed us to control the structure of solid phases. DFT calculations 
of the structure and dynamics of molecules of the studied isomers were performed to interpret a 
low-frequency part of the internal vibration spectrum, which is clearly seen in the experimental 
spectra measured at a low temperature. Special interest in these calculations was aroused by the fact 
that the inelastic scattering spectra of diisopropyl measured in the glassy and crystalline phases 
differ from each other. The comparison of the calculated and measured spectra (Fig. 6) shows that 



internal vibrations in the orientation glass state correspond to the vibrations in a gauche-form of a 
molecule. This implies low potential barriers for internal rotations of molecular groups CH(CH3)2, 
which was also confirmed by the DFT calculations. 

At the DIN-2PI spectrometer the investigation of atomic dynamics in superionic and non-
superionic phases of AgCuSe was carried out for the first time using the slow neutron scattering 
technique. The analysis of the dynamic structural factor S(Q,ω) points to the presence of low-
energy modes in the energy region of 3-4 MeV in the ordered state of AgCuSe, which presumably 
correspond to acoustic phonon modes. A correlation was established between the transition of 
AgCuSe into the superionic state and the changes in the dynamics of crystalline lattice involving an 
abrupt change in spectra of the dynamic structural factor, generalized density of phonon states, 
thermodynamic properties. An increase in thermal oscillation amplitude, a change in heat capacity 
at the transition into the superionic state are indicative of considerable softening of the phonon 
spectrum in α- AgCuSe. The phonon state density G(ε) in α- and β- AgCuSe is characterized by the 
non-Debye behavior in the low energy region and by two pronounced maxima at ε ∼ 10 and 
20 MeV (Fig. 7). The reason for G(ε) deviation from the Debye dependence is the presence of low-
energy excitation mode. At the transition from β to α phase the smearing of maxima is observed at 
ε ∼ 10 and 20 meV, as a result of a change of many factors in the atomic dynamics of the studied 
system. 

 
Fig. 7. Neutron-weighted generalized density of phonon states G(ε) of AgCuSe in superionic and 
non-superionic phases.  
 
 

 In 2006 a series of works on experimental determination of the universal constant of the 
interaction of fluctuating surfaces was completed. The interaction of this type (undulation forces) 
manifests itself in a wide class of objects – from biological membranes to strings in the modern 
field theory trying to describe all fundamental interactions from a single viewpoint. This accounts 
for close attention of modern theoretical physics to biomembranes and, in particular, to lipid 
membranes. The establishment of the law and an initial estimate of the universal constant of 
interactions of such objects made by W. Helfrich in 1978 became a significant result in the 
statistical physics of random surfaces. His estimate gave the value of the universal constant 3π2/128.  

In 1986-89 C.R. Safinya et al. using the analysis of the shape of diffraction peaks from 
amphiphilic multilayers obtained at X-ray high-resolution diffractometers on synchrotron X-ray 



sources, interpreted the results of their experiments as complete quantitative verification of the 
results of the undulation force theory including the distance dependence of the force and the 
constant value 3π2/128. That was a triumph of W. Helfrich’s concept. But as the further 
advancement of research in this field showed, it was a short-time triumph. Several groups, including 
theoretical physicists concerned with the quantum field theory, independently of one another and 
using different theoretical methods succeeded in obtaining an exact value of the universal constant 
of these interactions. Their results coincided, but the obtained value (close to 3π2/256) was twice as 
large as the experimental value. Such contradiction of theoretical and experimental results has 
received the name "enigmatic" and actually meant severe crisis in this field. 

In the work by V.I.Gordeliy, V.G.Cherezov and J.Teixeira a new approach to study 
intermembrane interactions and to determine the universal constant based on the investigation of 
temperature dependence of intermembrane interactions by means of complementary use of small-
angle thermal neutron scattering and high-resolution diffraction on a synchrotron source has been 
developed. In particular, the value of the constant 3π2/256 has been obtained that coincides with the 
theoretical predictions. It also has been shown that the transition from multilamellar to unilamellar 
membranes proceeds in accordance with a two-state model. In addition, for the first time the true 
significance of undulation forces has been demonstrated – they really make a considerable 
contribution into the balance of intermembrane interactions, and what is more, become dominating 
at intermembrane distances larger than 20.5 Å.  

Figure 8 illustrates the experimental dependence of the theoretical parameter η (derived 
from the analysis of diffraction data) on the structural parameters of membranes (membrane 
thickness db and repeat distance d) obtained using small-angle neutron scattering. This dependence 
made it possible to determine the value of the universal constant. 
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Fig. 8. Experimental dependence of 
the theoretical parameter η (derived 
from the analysis of diffraction data) 
on the structural parameters of 
membranes (membrane thickness db 
and repeat distance d) obtained using 
small-angle neutron scattering. 
 

 



1.2. NEUTRON NUCLEAR PHYSICS  
 

Introduction 
 

In the course of the year 2006 the main work in the field of neutron nuclear physics in the 
Frank Laboratory of Neutron Physics was carried out at the IBR-2 reactor, the EG-5 facility, on 
neutron beams of other nuclear centers of Russia, Bulgaria, Poland, Czech Republic, Germany, 
Republic of Korea, China, France, USA and Japan. The studies were in traditional directions, such 
as the investigation of time and spatial parity violation processes in the interaction of neutrons with 
nuclei, studying of the quantum-mechanical characteristics, energy and dynamics of the fission 
process, experimental and theoretical investigation of the electromagnetic properties and beta-decay 
of the neutron, gamma-spectroscopy of neutron-nuclear interactions, studies of atomic nucleus 
structure, obtaining of the new data for reactor applications and nuclear astrophysics, experiments 
with ultracold neutrons, and applied investigations. 

 
1. Experimental investigations 

 
1.1 Fundamental properties of the neutron  

 
1.1.1 Experiment on the direct measurement of the cross section of neutron-neutron scattering  

The work in the framework of preparation and carrying out of an experiment on the direct 
measurement of the cross section of neutron-neutron scattering at the YAGUAR reactor (RFNC-
VNIITF, Snezhinsk).  

In 2006 a complete set of collimators out of a mixture of the enriched boron and sulfur (for 
central collimators) and out of a mixture of the boron carbide and sulfur (for the rest of collimators) 
was manufactured. Vacuum tests of a lower part of the channel with the collimators installed in it 
were carried out. The tests showed that in the tested configuration (without an upper part of the 
channel) at the standard pumping the vacuum of ~3⋅10-6 mbar is reached, which is enough to 
perform measurements of the nn-scattering. (The assembled lower part of the facility during the 
tests is shown in Fig. 1 and Fig. 2). 

A test of an ion pump (of the «NORD-250» type) was carried out when it was installed 
instead of one of the turbo-molecular pumps. The test showed that the use of this pump does not 
lead to an improvement of the vacuum inside the vacuum system. 

 

Fig. 1 
Fig. 2 

 



Manufacturing of the additional 
equipment to assemble a neutron channel under 
the reactor and carrying out of the upper work 
(under the ceiling of the reactor hall) to 
assemble the elements of the neutron channel 
completed. 

The main part of elements of the design 
of the modernized detector was manufactured. 
Tests of the vacuum density of the detector 
case were carried out. Various operating modes 
of the detector were studied in order to 
decrease maximally the pulse duration 
preserving the amplitude resolution. 

Thus, the work to manufacture a full-
scale facility to measure the cross section of 
neutron-neutron scattering at the YAGUAR 
reactor was completed. 

 The facility was successfully tested in 
Dubna, conveyed to Snezhinsk, mounted and 
adjusted at the YAGUAR reactor.  

In order to check working capacity of all 
systems of the facility during the real 
measurements at the reactor and also to check 
the reliability of the obtained results first 
calibration measurements on gases have been 
carried out. The diagram of measurements is 
given in Fig.3. A cavity inside the reactor core, 
in which the neutron-neutron scattering is to 
take place, is filled by a rare gas with the well-
known scattering cross section at the pressure 
of ~100 torr. The cavity is separated from the 
vacuum channel, by which the neutrons 
scattered on a gas hit the detector, by a thin 
aluminum foil. All other parts of the facility 
(except for the detector, the sensitivity of 
which has been lowered and has been equal to 

6.6 10-5 in contrast to 100% efficiency for recording of the n-n scattering) are the same as for the 
measurement of n-n scattering 40 μm thick. Cross section of the neutron scattering on a gas filling 
the inner cavity of the reactor is calculated according to the number of recorded neutrons at the 
known energy-release of the reactor. Coincidence of the cross section measured in this way with a 
known tabulated cross section is the criterion of correctness of the system adjustment, correctness 
of the calculation of a neutron spectrum and solid angle, in which the neutron recording takes place. 
Furthermore, the whole recording channel is tested in this measurement. 

Fig. 3. Diagram of the facility for calibration 
measurements on gases. 

 

 

Results of the measurements showed as follows: 
1. All systems of the facility, except for the recording system, operate normally. 
2. The role of γ-background has proved to be unexpectedly great – the overwhelming majority 

of events recorded by the detector during the pulse have been γ-quanta. A large flux of γ-quanta 
passing through the detector leads to the situation that the detector ceases to record any events (both 
neutrons and γ-quanta) and regenerates in more than 10 ms when the thermal neutron flow scattered 
on atoms of a gas has already bypassed the detector. Therefore, the neutron recording in the pulsed 
mode has proved to be impossible. It is necessary to perform an additional simulation to optimize 
the detector protection from the point of view of decreasing the γ-quanta flux passing through it, 



and also a modernization of electronics of the recording system aimed at decreasing the 
regeneration time in case of overload. 

3. The measurement carried out at constant power of the reactor showed that the channel 
adjusted correctly and in the absence of the detector overload the recording system also operates 
correctly. The measured cross section of thermal neutrons on 4Не was 0.87±0.13 b (tabulated value 
of this cross section – 0.760 b).  
 
 
1.1.2 Investigation of the n-e scattering  

 
A new method to obtain experimental value of the neutron scattering length on electron  

was applied to analyze the data on structural factors S(q) ( q  – transmitted wave number) describing 
neutron diffraction in gases and liquids. The results of diffraction experiments were used obtained 
at the reactor in Grenoble by an international group of physicists, who kindly granted their 
numerical data for our calculations.  

neb

At first, S(q) for gaseous isotope 40Ar were processed, in which, due to an anomalously strong 
nuclear scattering, the relative contribution of n,e-scattering to the total scattering is by the order of 
1 less than in natural Ar, Kr and Xe. Accordingly, the result proved to be quite modest but it 
demonstrated the effectiveness of the proposed method: 

310)57,028,033,1( −⋅±±−=neb  Fm, 
where the second error is systematic. The article was submitted to Eur. Phys. J.C. Naturally, 

the data processing on the diffraction on liquid Kr gave much better result. Three different variants 
of data processing led to very close values of , the most accurate of which is  neb

310)04,038,1( −⋅±−=neb  Fm. 
This result is among the best 10-12 concerning the accuracy.  

 
An experiment has been proposed aimed at the measurement of the n-e scattering length at 

the TS3000K facility on liquid metals. The first preliminary experiment is planned to be carried out 
on liquid lead, since the melting point of lead is somewhat higher than 3000С. In case of successful 
experiment on lead, measurements on other liquid metals with higher melting temperature will also 
be carried out. 

The TS3000K facility has been realized in the «Horia Hulubei» National Institute of Physics 
and Nuclear Engineering, Bucharest – Romania (IFIN-HH), and is intended for investigation of the 
structure and dynamics of the solid and liquid state using inelastic neutron scattering under 
conditions of super-high temperature and vacuum. 

In 2006 theoretical estimations to measure the n-e scattering length on lead using several 
phenomenological models of liquid state and liquid lead have been carried out. These estimations 
show a possibility to obtain the length at the TS3000K facility on the DIN-2PI channel. 

 
1.2 Neutron optics 

 
1.2.1 Optics of strongly absorbing materials 

 
The work on experimental check of validity of the 1/v law for the ultra-cold neutron capture 

cross section in natural gadolinium has been completed. The idea of the work is based on the 
circumstance that the interaction of neutron with matter may be described by the model of effective 
optical potential only in the case when the total cross section of interaction of neutrons with nuclei 
obey the 1/v law. At the same time, in general, the optical potential V is complex. 

 
                                              .                                                       (1) V U iW= +
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Fig. 4. Diagram of the experiment to check the 1/V law for the UCN capture cross section  in 
natural gadolinium. 

 
 
In case of natural gadolinium, which has a record value of the capture cross section owing to the 

presence of resonances in the thermal region of energies, in general, the model of potential is not 
valid. However, for cold and very cold neutrons it must hold true with a high accuracy. Values of 
the real and imaginary parts of the potential of natural gadolinium for the case of UCN have been 
determined in our previous papers [1.1, 1.2]: V = 45 neV, W = 82 neV.  

 
The peculiarity of the model of potential is that, that in case of its validity both the reflection 

coefficient and the matter transparency depend only on the neutron velocity component, which is 
normal towards the surface of matter. It is this peculiarity that has been accepted as a basis for our 
experiment. 

Ultracold neutrons passed through the peripheral part of a sample, which was a gadolinium film, 
25 nm thick, applied on a silicon disk. Rotating the disk, one could change the relative velocity of 
neutrons and that of the sample retaining unchanged the normal velocity component (see Fig.4). 
Transmission does not vary with the speed of rotation and this testifies to the validity of the model 
of effective potential and, consequently, to the observance of the 1/v law. As a result, it has been 
determined that the 1/v law for the UCN capture cross section in natural gadolinium is valid with 
the accuracy on the order of 0.1% in the interval of change of the UCN velocities from 4 to 35 m/s. 
 

 
1.2.2 Interaction of the neutron with accelerating matter  

 
The experiment to observe a change of energy of the neutron at passing through the accelerating 

matter has been carried out. Existence of the effect follows both from the validity of the equivalence 
principle and from the detailed neutron-optical calculations [2.2]. For a flat sample moving with 
acceleration the value of effect is determined by the expression  

n
n1wdE −

≈Δ ,        (2), 

where d – the sample thickness, n – the refraction index and w – acceleration of the sample. The 
aim of the work has been to measure such change of energy.  



 A silicon wafer, 0.6 mm thick, which could be set in harmonic motion, was used as a sample. 
Simultaneously, the neutron energy was to change according to the harmonic law in compliance 
with  

                            )t(SinAd
n

n1)t(E 2 ΩΩ
−

=Δ ,                                           (3),  

where A and Ω=2πf – the amplitude and oscillation frequency of the sample, respectively. The 
maximal value of acceleration 2

maxw AΩ=  was a magnitude on the order of 7.5 g, which 

corresponded to the energy transfer 10E 2 10−Δ ≈ ×  eV.  
The experiment was conducted using the UCN gravitational spectrometer with interference 

filters. Here, a sample was placed between the filter-monochromator (and near it) and the filter-
analyzer. Harmonic motion of a sample led to a periodic modulation of the count rate with the same 
frequency. This modulation was induced by two effects: a change of energy proportional to the 
sample acceleration, which was the subject of the search, and a change of the sample transparency 
caused by alternation of the relative velocity of the sample and that of the neutron. At various 
relations between these two effects, the desired one and the systematic one, oscillation phase of the 
neutron count rate was also different. It was this circumstance that was accepted as a basis for the 
experiment. In the experiment oscillation phase of the count rate was measured depending on the 
distance between the two filters.  

 

14 16 18 20 22 24 26

-2,0

-1,8

-1,6

-1,4

-1,2

-1,0

-0,8

-0,6

Ph
as

e 
of

 th
e 

co
un

t r
at

e 
os

ci
lla

tio
n 

(ra
di

an
s)

Distance between the filters (cm)

Maximum of the scanning curve

 
 

Fig. 5. Oscillation phase of the count rate depending on the position between the filters. 
 
 

The obtained results are shown in Fig. 5. Blue closed points – the result of measurement of 
oscillation phase of the count rate depending on the distance between the filters. Solid blue curve – 
the theoretical calculation. Red inclined line – the calculation made on the assumption that a change 
of the oscillation phase is caused only by a periodic modulation of the sample transparency and the 
desired effect of energy change is absent.  Horizontal solid and dotted lines – oscillation phase of 
the count rate (and a corridor of errors) when the filter-analyzer is absent. At correct measurements 
and calculations these lines must cross at one point.  

The experiment undoubtedly testifies to the existence of the effect of neutron energy change 
observed for the first time at passing through an accelerating sample. Its value corresponds to the 
theoretical predictions with an accuracy on the order of 15%. Further experiments will show if this 
discrepancy relates to physical reasons or it is of purely methodological character. It is also should 
be mentioned, that although the effect of accelerated matter has been observed so far only in the 
neutron-optical experiment, it is of quite universal nature and should also exist for particles of 
different nature. 



 
1.2.3 Verification of the weak equivalence principle and measurement of the neutron 

gravitational acceleration 
 
At the UCN source in ILL (Grenoble) an experiment to measure the neutron gravitational 

acceleration has been carried out. The experiment has been carried out using the gravitational UCN 
spectrometer with the Fabry-Perot interferometer (FPI), and its idea earlier published in the paper is 
given in Fig. 6. After passing through the FPI-monochromator, the neutrons with a narrow interval 
of vertical velocities pass through a rotating phase diffraction grating. The neutrons corresponding 
to the 1-st order of diffraction decrease their energy by the value EΔ = Ωh , where the frequency 

modulation Ω is proportional to the frequency of the grating rotation f and is equal to f2Ω = π
ϕ

 , 

where ϕ - angular period of the grating. On the way to the FPI-analyzer neutrons accelerate in the 
gravitational field increasing their energy by the value , where H –  the distance between 
FPI. The energy measurement is performed by way of scanning throughout the height by analyzing 
FPI. Simultaneously, maxima of the corresponding scanning curves are determined at various 
values of the grating rotation frequency and the modulation frequency proportional to it. Here, value 
of the gravitational acceleration is determined from the relation 

mgH

 g
m H
ΔΩ

=
Δ

h
           (4). 
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Results of one of the experimental series is shown in Fig. 7.  

 
 

At present, the experimental data processing continues. A preliminary result is that within the 
accuracy on the order of 0.2% the gravitational acceleration of the neutron is the same as that of the 
macroscopic body. 

 
                      

1.2.4 Designing of the neutron microscope  
 

In 2006 the work on design of the neutron microscope oriented toward the advanced 
European UCN sources has started. The software to calculate mirror optical systems for UCN in the 
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Рис.6. Идея эксперимента по 
измерению ускорения свободного 
падения нейтрона. 



presence of gravitation has been created. With the help of this program, calculations of the 
horizontal neutron microscope with compensation of the gravitational aberrations by refracting 
elements are conducted. The encouraging results have been obtained.  
 

 
1.3 Investigation of the properties of ultracold neutrons  

 
1.3.1 Works in the framework of investigation of the UCN interaction with the surface  

 
In 2006 investigations of the surfaces of a number of materials have been carried out by the 

atomic-force microscope (AFM). The investigations have been aimed at testing of the hypothesis on 
surface nanoparticles as the reason for the so-called «low heating» of UCN at the interaction with 
surface. The surfaces of copper, iron, various grades of stainless steel and sapphire, and also the 
dependence of surface texture on the temperature of preliminary degassing, have been investigated. 
Typical data from the sample surfaces obtained on AFM are presented in Fig. 8. 
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Fig. 8. Data from the sample surfaces. 

 
The main conclusion drawn from the conducted measurements: nanoparticles of various size 

are present on all the studied surfaces (except for the polished monocrystalline sapphire). The sizes 
of nanoparticles increase with the growth of temperature of the preliminary warming-up of samples, 
the number of nanoparticles depends on this temperature and on the vacuum depth during the 
warming-up. Nanoparticles are formed on the monocrystalline sapphire at its warming-up up to the 
temperature ~1600°С, at the same time, after its warming-up to 800°С no nanoparticle formation is 
observed on its surface. Surface of the monocrystalline sapphire after its warming-up to 1600°С is a 
stepped structure with steps equaling to one atomic plane. 

The observation of particles on the surface points to a possibility of inelastic neutron 
scattering with a low energy transfer on such particles if they prove to be free enough.  

 
 



1.3.2 Investigation of the quasi-elastic UCN scattering  
 
In ILL the work of the last year was continued by new measurements of the probability and 

spectra of the quasi-elastic UCN scattering on a series of samples: copper, diamond-like carbon, 
teflon, etc. In the previous experiments a considerable heating of neutrons was detected for the first 
time in the velocity region of 8-12 m/s. 

The method has been to measure the neutron flux (after scattering on a sample) through 
calibrated samples with known neutron absorption cross section. In this case silicon single crystal 
wafers and rhodium foils have been used as absorbers. Absorption curves for neutrons of the total 
scattering spectrum: from ultracold ones to thermal ones, have been measured in this way. 
Absorption curves have been measured and spectra of scattered neutrons have been restored from 
them. Final processing of the results will be carried out at the beginning of 2007. 

As before, the measurements have been carried out only at room temperature and on the 
samples, which have not been treated thermally in vacuum. The experiments are planned, in which 
the sample surface may be thermally degassed in vacuum, and the measurements may be carried out 
at low temperatures. 

 
1.3.3 Works to create a UCN source at the TRIGA pulsed reactor  

 
New detailed calculations have been performed and the generation of ultracold neutrons at the 

TRIGA-Mainz pulsed reactor (in common with the groups from Munich and Mainz) have been 
measured for the first time. This is the realization of the long-standing proposal by Yu. N. 
Pokotilovski „Production and storage of ultracold neutrons at pulsed neutron sources with low 
repetition rates“, Phys. Lett.,  А356 (1995) 412. 

Results on the UCN generation and nonstationary transport on the mirror neutron guide are in 
good line with the calculations. 

Neutrons were generated in the solid deuterium target at the temperature of 6-10 К and were 
transported along the mirror neutron guide 6 m of length. In a part of experiments the mesithylene 
moderator was used at the temperature of 20 К. 

At the neutron recording three different neutron detectors were used in turn: the silicon 
detector with the enriched boron fluoride radiator, the proportional gas one with He-3, and, finally, 
due to the high count rate at the pulsed generation (up to 106 neutrons per second), the GEM-
detector with the boron radiator. At the reactor pulse 10 MJ the number of recorded neutrons with 
the energy lower than 200 neV exceeded 105. 

 
1.4 Spatial and time parity violation in the interaction of neutrons with nuclei  

 
1.4.1 Measurement of Р-odd asymmetry of the triton emission in the reaction 6Li(n,α)3H 

 
At the PF1B beam of cold polarized neutrons of the ILL reactor (Grenoble) a “zero” 

experiment to determine background asymmetry for a series of experiments to measure P-odd 
asymmetry of the triton emission in the reaction 6Li(n,α)3H has been carried out. The value α0 = 
(0.0 ± 0.5)⋅10-8 has been obtained. Thus, one of two most important experiments conducted in the 
course of several last years to search for neutral currents in nucleon-nucleon interactions is 
successfully completed. Comparison of this result with the result of the main experiment: αt = -(8.6 
± 2.0)·10-8 shows that the observed effect is caused by P-odd asymmetry of  tritons from the 
reaction 6Li(n,α)3H. The aim of investigations is to determine weak π-meson constant of coupling fπ 
corresponding to the interaction of neutral currents in nucleon-nucleon processes. The restrictions: 
fπ = (0.4 ± 0.4)⋅10-7 follow from the obtained asymmetry on the assumption that other constants are 
equal to the Desplanques «best values», etc., and – 1.2⋅10-7 ≤ fπ ≤ 1.6⋅10-7 taking into account 
theoretical and experimental uncertainties of other constants. This confirms the results of the 
experiment on 18F and the conclusion that fπ is significantly smaller than the Desplanques «best 



value», etc., (4.6⋅10-7). The works are carried out in common with PNPI (Gatchina), ILL (Grenoble, 
France), TU of Munich (Germany). 

 
1.4.2 Control of neutron polarization by means of the Ramsey rotation  

 
In 2006 an experiment aimed at verification of the effectiveness of control of the 

polarization of thermal and epithermal neutrons using the radio-frequency field has been carried 
out. The experiment has been conducted on beam Н8 of the KENS pulsed neutron source (KEK, 
Japan). Layout of the facility is given in Fig.9. 

 

 
 

Fig. 9. Diagram of the experiment. 

 
The polarization of neutrons and analysis of their polarization was carried out by devices on 

the basis of polarized 3Не with optical pumping created by the KEK-FLNP JINR collaboration in 
2003-2005. In solenoid 2.80 cm of length and 12 in diameter, two rectangular radio-frequency coils 
RF1 and RF2 20 cm of length each were placed one after another. Each coil generated an oscillating 
field  directed along the у axis. The measurement was conducted in the time-of-flight 
mode. The field was switched on at the moment when neutrons with 

( tH ωcos2 1 )
80=hE  meV arrived at the 

input of the first coil and was switched off at the moment of arrival of neutrons with 6.23=lE  
meV. Simultaneously, the field amplitude  was modulated in such a way so as to provide the 
turn of neutron polarization for the given angle 

1H
ϕ  round the y axis for all the neutrons in the 

interval . To do this,  execution of the condition hl EEE ≤≤ ϕ=γ tH1  was necessary, where γ – the 
gyromagnetic ratio for the neutron, and t – the time of flight of a neutron of the given energy along 
the coil. In our experiment  was chosen. The second coil worked coherently with the first 
one and, thus, the total turn of neutron polarization at the analyzer input was , i.e. the polarization 
reversal took place. A corresponding change of transmission of the neutron beam passed through 
the analyzer was recorded by the scintillation detector on the flight path 12.05 m long.  

2/π=ϕ
π

If one switches on the additional field between the first coil and the second one then due to 
the additional rotation of neutron polarization in this area, the character of neutron transmission 
changes. 

In the experiment we measured neutron transmissions with the coils switched off  and 
with the coils switched on . Then we constructed the relation: 
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where  and  - neutron polarizations passed individually through the polarizer and analyzer, 
respectively. All the information on the fields, to which neutron polarization was subjected between 

1P 2P



the polarizer and the analyzer is included in function ( )Eα . Figs. 10, 11 illustrate relations R for the 
cases with the small solenoid switched off/on. Red lines – the fitting. Energy dependence of 
relations R relates the dependence of values ( )Eα ,  and  on the neutron energy. 1P 2P
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Fig. 10. Relation R when the small solenoid is switched off. 
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Fig. 11. Relation R when the small solenoid is switched on. 

 
 

For 2007 carrying out of investigations on the technique of manufacturing and selection of 
 single crystals is planned aimed at the creation of the polarized nuclear target to verify T-

invariance in the interaction of polarized neutrons with polarized nuclei. In addition, the work to 
improve the existing cryostat of nuclear target will be carried out. 

3LaAlO

 
 

1.4.3 Search for and investigation of the structure of subthreshold neutron p-resonances in lead 
isotopes by the combined correlation gamma spectroscopy method  



 
With the aim of testing the validity of the experimental data obtained previously on the 

existence of the negative neutron p-resonance in 207Pb isotopes instead of 204Pb as was expected on 
the basis of the work to observe spin rotation of thermal neutrons at the interaction with lead 
additional experiments have been carried out on the improved gamma-spectrometer COCOS at 
channel №1 of the IBR-2 reactor with the increased effectiveness and operating speed. In order to 
study the energy dependence of the radiative neutron capture cross section two samples with 
various weight and content of isotopes under investigation: a) 20 g with 90.4% enrichment in 207Pb 
isotope and b) 9 g with 51% enrichment in 204Pb isotope containing 0.94 g of  207Pb isotope were 
used as targets. 

 As a result of conducting several series of measurements, ample experimental data are 
accumulated for a possible isotope identification of the sought negative p-resonance and estimation 
of its parameters. 

 
1.5 Investigation of the nuclear fission  
 
1.5.1 Search for exotic fission modes at the IBR-2 reactor using the «Mini-Fobos» facility  
 

Events pointing to a possibility of existence of the ternary collinear cluster decay (TCCD) 
have been detected for the first time in a series of experiments to study spontaneous fission of 252Cf 
nuclei carried out in the Flerov Laboratory of Nuclear Reactions. Experimental manifestations of 
such decay channel have been considered in the framework of assumption of the «missing» mass, 
i.e. of detection in coincidence of only two heavy collinear fragments having a smaller total mass 
than a mass of the initially fissionable nucleus. This «missing» or «lost» mass may correspond to 
one or several fragments, which escape at small angles to the fission axis and are not detected. It is 
presumed, that shell effects play the key role in such processes. The main results have been 
obtained on the FOBOS and Mini-FOBOS facilities. One of the main advantages of detector 
modules of the FOBOS spectrometer is a possibility of independent measurement of the velocity 
vector, mass and charge of each particle without attracting suppositions on kinematic peculiarities 
of the reaction mechanism. 

 

Fig.12. The Mini-Fobos facility on channel 6b of the 
IBR-2 reactor. 

 

Fig.13. Start avalanche counter with an 
internal target. 

 
The investigations continued in the Frank Laboratory of Neutron Physics in accordance with 

decisions of the working conference as of December, 21, 2004. In 2006 the Mini-FOBOS 
spectrometer was installed on neutron guide channel 6b of the IBR-2 reactor (see Fig.12), and a 



series of measurements was carried out. For the operation under new conditions a support was 
manufactured, a start avalanche counter with an internal target was developed (Fig. 13). Stability of 
the data collection was provided by conditioning of both experimental canyon 6b and of the room 
with electronics. Within the framework of the technique described above the 236U* decay obtained 
in the reaction 235U+ nth was studied. Around 6x106 events was collected in all and the spectrometer 
effectiveness was about 1.5%. The preliminary analysis points to the structures similar to those 
detected at the investigation of decay of 252Cf nuclei. 
 
 
1.5.2 Measurement of total energy spectra of light charged particles in spontaneous fission of 
252Cf 
 
 The experiment to measure total energy spectra of light charged particles in the spontaneous 
fission of 252Cf was carried out in the JYFL laboratory (Jyväskylä, Finland). The experimental 
facility is shown in Fig. 14. Spontaneous source of the 252Cf fission manufactured in the Radium 
Institute (Saint-Petersburg) had the activity on the order of 500 fission per second. The substrate, on 
which a thin layer of californium was applied, was a foil of aluminum oxide (Al2O3) 22.2 + 3.4 
μg/cm2 of thickness with deposition of ~10 μg/cm2 of gold layer. The energy loss of fragments at 
the perpendicular passing through the substrate was ≤ 1.5 MeV. Energy losses of the fragments 
escaping from the fore-part of the source were no more than 60 keV. The assessed thickness of the 
californium layer (Cf2O3) was 3.5 μg/cm2. 

 

 

 

Fig. 14. Experimental facility to measure energy spectra of light charged particles. 

 
In the experiment the energy and time of flight of the light charged particle were recorded, at 

the same time there were no absorbers on its way to the detector. This allowed one to measure 
energy spectra with a high accuracy down to the smallest energies of ~0.5 MeV, which is the lowest 
threshold ever reached in the experiments of such kind. Light charged particles were recorded by 
mosaics of silicon detectors located at the distance of ≈20 cm from the source. As a start signal, 
fission fragments were used recorded by the fast MCP detector located at right angles to the mosaic 
of silicon detectors at the distance of 2.5 mm from the source. In order to discriminate fission 
fragments from the 6-MeV alpha particles from the 252Cf natural radioactivity, the coincidence 
circuit of the start signals with the signals from 10 silicon detectors located from the source side 



opposite to MCP was applied. Geometry of the experiment covered the angular range from 70° to 
110° of the light particle escape with regard to the fission fragments, i.e. for the most part, 
equatorial particles were recorded. 

 

       

 

5He 

      

4He 

 

Fig. 15. Experimental energy spectra for 4He (to the left) and 6He (to the right). Contributions from 
true α-particles are shown for 4He and those from α-particles formed as a result of the 5He decay. 

 
Results of the measurements for α-particles and 6He are presented in Fig. 15. On the left 

figure two curves are depicted, which are the result of fitting of the experimental data for energies 
higher than 9 MeV with taking into account the 17% contribution from α-particles known from the 
previous measurements, which were formed as a result of decay of unstable 5He isotopes in the 
ternary fission. It is seen that the deflection of shape of the experimental curve from the Gaussian 
one can not be explained by this component. Apparently, the presence of this deflection is related to 
a complex statistical distribution of initial configurations of the fission system at the moment of 
break of the nucleus. Such supposition is qualitatively confirmed by trajectory calculations. It is 
also should be pointed out that the measured energy spectrum of α-particles coincides with the data 
obtained by Tischenko in 2002, however, it significantly differs from the data obtained by Loveland 
in 1974. The total energy spectrum for 6He was measured for the first time in this work. 
 
1.5.3 Preparation of measurements of emission of prompt neutrons in the neutron-induced 
fission on the GELINA source (IRMM, Geel, Belgium) 

 
At present, it is relevant to investigate the reaction 239Pu(nres,f) 235U(nres,f) aimed at the  

measurement of correlations of emission of prompt neutrons with mass distributions of fission 
fragments in several strongest resonances. Taking into account the high alpha-radioactivity of 
plutonium, the acceptable quality of spectrometry of fission fragments could be reached using the 
up-to-date technique of digital signal processing (DSP). To diminish the effect of pulse pile-up due 
to the natural radioactivity of targets, it was also important to develop the technique of spectrometry 
of fission fragments using current preamplifiers, which allowed one to improve the quality of 
spectroscopy of fission fragments in the reaction 239Pu(nres,f). In order to solve the stated problems, 
in collaboration with the IRMM specialists, the unique DSP technique with current preamplifiers 
for the spectrometry of fission fragments was developed for the first time. A mathematical 
apparatus of digital analysis of pulsed signals of nuclear particle detector was created, also, software 
for sampling and data acquisition from ionization chambers and neutron detectors were developed. 
The above-mentioned technique and software were approved using 252Сf(sf) with the activity of 30 
kilobecquerel. The results were obtained, which are in good line with the literary data. 



 
 

Fig. 16. Diagram of the experimental facility. 
 
 
Also, in collaboration with the IRMM specialists, the technique to measure the fission 

neutron multiplicity was developed with the use of neutron detectors based on the liquid scintillator 
NE213 granted by the DEMON collaboration. The DSP program library was created implementing 
functions of the standard modules of nuclear electronics, such as spectrometric amplifiers, 
discriminators with tracking threshold, analog-to-digital and analog-to-time conversion, etc. The 
software for digital oscillographs by the Tektronix firm was developed, which allow one to use 
them as the equipment to digitalize pulses of the nuclear particle detectors.  

The facility was located on the flight path 8 m long of the GELINA pulsed neutron source 
(Fig. 16). Altogether 8 neutron detectors (ND) with the capacity of 4 litre each were used. The 
distance between the target under investigation and ND was 0.75 м. For calibration measurements 
the 252Сf(sf) target with the activity of 30 kilobecquerel was used.   

 
 

 

 

 

 

 

Fig. 17. Suppression of the 
background of gamma quanta at 
the recording of prompt 
neutrons of fission with the 
analysis of pulse shape and time 
of flight for 252Cf(sf). 

 
 
 
To suppress the background of gamma quanta, the analysis of pulse shape and the 

measurement of time of flight of prompt neutrons of fission were used (Fig. 17). Calibration 
measurements were conducted with the neutron beam from GELINA both switched on and off. 
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1.6 Gamma-spectroscopy of neutron-nuclear interactions 
 

Analysis and interpretation of experimental data for level density and radiative strength 
functions of dipole gamma transitions in the region of neutron binding energy in nuclei from the 
mass range 39<A<201 were continued. Purpose of the analysis: а) estimation of the value and shape 
of the energy dependence of correlation functions of Cooper pairs of nucleons in the heated 
nucleus; б) extraction of potentially accessible information on the dynamics of interaction of the 
ordinary component and the superfluid one of the nuclear matter at the change of energy of the 
nucleus up to neutron resonances. 

In particular, the approximation of level densities by partial level densities was carried out 
with various number of quasi-particles with the parameters taking into account the shell 
inhomogeneity of the single-particle spectrum. 

The factors, which should be taken into account at the precision approximation of sums of 
radiative strength functions in various nuclei, were estimated. 

Comparison of the calculated and experimental total gamma spectra in cobalt and iron-57 was 
carried out. It demonstrated that the level density and radiative strength functions determined in 
accordance with the technique developed in Dubna provide for the best data reproduction of such 
type and also for light nuclei. 

Preparation to the experimental measurement of the two-step cascade of the thermal neutron 
capture is carried out with Dubna assistance in Hanoi. 

 
 

1.7 Investigation of (n,p) and (n,α) reactions 
 
At the EG-5 facility in FLNP the experiments to measure angular correlations in the reaction 

14N(n,p)14C in the region of neutron energies up to 1 MeV are carried out. The reaction 7Li(p,n)7Be 
is used as a neutron source. The aim of the studies is to determine partial neutron and proton 
resonance widths for spins of the channels j = 1/2 and 3/2 and using these data to estimate the weak 
matrix element from the results of polarization experiments obtained earlier. By now, (preliminary) 
experimental values of the forward-backward correlation are obtained at Еn = 450, 476, 521, 557, 
627, 640, 693 keV and are equal to 0.046 ± 0.033, -0.029 ± 0.027, -0.147 ± 0.056, -0.042 ± 0.016, 
0.454 ± 0.072, 0.065 ± 0.028, 0.013 ± 0.024, respectively (see Fig. 18). Rather high values of αfb at 
En = 521 and 627 keV may be caused by instability/drift of the neutron energy in the course of long 
exposures at the measurement in the forward-backward direction. Along with these measurements, 
works to improve the technique aimed at the refinement of accuracy of the obtained results are 
carried out. They involve both equipping of experiment by new detectors and development of the 
data processing procedure. Theoretical calculations and computer simulation continue.   

 Within the framework of the program to study mechanisms of nuclear reactions and to 
obtain data for nuclear power engineering on the EG-4.5 accelerator of the Institute of Heavy Ion 
Physics, Peking University, China, investigations of the reaction 64Zn(n,α)61Ni for neutrons with the 
energies 2.6 and 4.0 MeV have been carried out. The reactions T(p,n)3He on the solid Ti-T target 
and D(d,n)3He on the gas deuterium target were used as a neutron source. Energy spectra and 
angular distributions of α-particles have been obtained, the data are being processed. Data 
processing of the previous measurements at Еn = 5 and 6 MeV has been completed, values of the 
total and differential cross section of the reaction 64Zn(n,α)61Ni for these energies have been 
obtained. 

 Data processing to measure cross sections of the reaction 6Li(n,α)T at the neutron energy of 
1.05, 1.54 and 2.25 MeV has been completed. The works are performed in common with Peking 
University (China) and the University of Lodz (Poland). 

 The equipment has been prepared to carry out experiments using the time-of-flight method 
at the pulsed neutron source of the Moscow Meson Factory, INR RAS, Troitsk, and then at IREN in 
Dubna. 



 
Fig. 18. Upper diagram – relative proton escape from the reaction 14N(n,p)14C; lower diagram – 
preliminary values of the forward-backward correlation. 

 
 
2. Theoretical investigations  
 

The effect of neutron striction has been detected in neutron stars, and its influence on the 
parameters of neutron stars has been calculated. In particular, neutron-nuclear elastic scattering is 
characterized by a coherent scattering length, which leads to the optical interaction potential 
between the neutron and the medium: the positive length – to the repulsive potential, the negative 
length – to the attractive one. Neutron-neutron scattering is also characterized by a coherent 
scattering length, and this length is negative. Therefore, the optical potential inside the neutron star 
is attractive for each neutron, and it compresses (striction) the star further to the gravitation. This 
contraction does not lead to the star collapse because the scattering length decreases with an 
increase of the density, however, the calculation shows that the influence of neutron striction on the 
star parameters may be more than the relativity. Furthermore, dependence of the scattering length 
on the density leads to such phenomena as pulsation and explosions. The latter is possible at the 
resonance dependence of the scattering length on the neutron energy. The work opens new 
prospects in studying stars and elementary particles. 

Complete solution of the task on neutron reflection from the medium with helical 
magnetization has been found. It has been shown that the resonance reflection with spin flip takes 
place. In Fig. 19 the dependence of the reflection coefficient without spin flip (solid curve) and with 
spin flip (broken curve) on the wave vector  is shown at the initial neutron polarization in the 
direction opposite to the  axis, which is parallel to the inner normal to the mirror. Simultaneously, 
the matter magnetization is supposed to be rotating anticlockwise at moving away from the surface.  

k
z

 
Theoretical investigation of the process of nucleon charge exchange n + p  →  p + n was continued. 
In particular, using the interchange operator of spin projections of the neutron and the proton, spin 
structure of the interchange amplitude n + p  → p + n at zero angle and spin structure of the 



«backward» elastic scattering amplitude of the neutron on the proton were considered in detail. 
Relations between the corresponding coefficients in these amplitudes were obtained. It was 
determined that for the charge exchange processes n + p  →   p + n at zero angle and for the 
«backward» elastic np- scattering the separation of a cross section into the spin-dependent and 
independent parts is different in principle. It is in the case of charge exchange at zero angle that the 
spin-dependent part of a cross section is proportional to a cross section of the charge-exchange 
breakup of deuteron n + d  →  p + ( nn ) in the «forward» direction. The spin-dependent part makes 
the main contribution to the charge exchange cross section at the neutron kinetic energies of > 200 
MeV . 
 

 

 

 

 

Fig.19. Dependence of the reflection 
coefficient on the wave vector. 

 

Calculation of the spectrum of relative pulses of two finite neutrons at the charge-exchange 
breakup of deuteron n + d  → p + ( nn ) was performed taking into account the strong nn-
interaction in the finite state using analytical solutions of the Schroedinger equation for the S-wave 
function of deuteron and the function of relative motion of two neutrons in the potentials of the 
square well type. In particular, it was shown that at small relative pulses the contribution of nn-
interaction in the finite state prevails greatly. With an increase of relative pulses, an abrupt decline 
of the distribution function was observed.  

 In 2006 investigation of the neutron −β decay continued. In order to extract the 
characteristics of electroweak interactions from half-lepton decays of hadrons, the accurate 
calculation of radiative correction to these processes with the successive taking into account of 
strong interactions and hadron structure is necessary. To do this, in 2006 the Ward-Takahashi 
identities have been obtained and investigated connecting the top parts of weak hadron decays and 
the corresponding properly energy parts and amplitudes of hadron interactions with the electroweak 
(calibration) fields. Results of the work allow one to conclude definitely to which extent the 
accounting of strong interactions in electroweak processes may be carried out precisely without 
referring to approximate evaluations. 
 
3. Applied and methodical research  

 
3.1 Investigation of element composition and structure of near-surface layers of solids at the EG-
5 accelerator 
 

In 2006 in cooperation with the Institute of Physics of the Maria Curie-Sklodovska University 
the experiments to investigate the properties of GaAs implanted by In ions with the energy 250 keV 
and the dose 3х1016 cm-2 were conducted. In order to determine diffusion constants of indium in 
gallium arsenide a part of the samples after implantation was subjected to the isobaric annealing in 
the argon atmosphere at the temperatures of 6000 and 8000С for 0.5 and 2 hours. After that, the 
surface of samples was coated by a protective layer of Si3N4. Studies of depth profiles of elements 
were carried out at the EG-5 accelerator using the method RBS. As a result, earlier unknown 
diffusion constants of In in GaAs were determined in the temperature region 600-8000С. Also, 



optical parameters (n, k) of the GaAs implanted surfaces were investigated using the ellipsometric 
technique.  

Depth profiles of hydrogen implanted in silicon at the energy of 12 keV were investigated 
using the ERD technique on the basis of the electrostatic generator EG-5. At the implantation dose 
of hydrogen 2х1016 cm-2 it proved to be possible to determine the limiting atomic concentration, 
which can be measured using the ERD technique at the helium ion energy of 2.332 MeV. It was 0.5 
at.%. At the implantation dose of hydrogen 1017 cm-2 the atomic concentration of hydrogen in 
silicon was 3% and was determined rather accurately. At the processing of the corresponding 
spectrum of proton recoil, the evaluation of limiting depth was carried out, which was obtained 
using the ERD technique. At the helium ion energy of 2.332 MeV it was 2 μm.  

In 2006 instrument developments also continued. With the purpose of developing the 
implantation technology, the mechanism of generation of ions in plasma sources, their extraction 
and ion beam shaping was investigated. In particular, for the plasma ion source the simplified 
analysis of processes occurring in plasma was performed, on the basis of which analytic formulae 
were obtained for ion current and effectiveness of the ion source, and also the factors determining 
the two parameters were indicated. 

 In cooperation with the Electrotechnical Institute SAS (Slovak Republic) the experiments to 
investigate temperature stability of lamellar structures of the Ru/HfO2/Si, Ru/HfSiOx/Si и 
Ru/HfSiON/Si types manufactured using the CMOS (complementary metal-oxide-semiconductor) 
technology continued. The RBS technique on the basis of the electrostatic generator EG-5 made it 
possible to detect a significant difference between these structures. Whereas insulating layers of the 
HfO2 composition showed weak diffusion on both boundaries already after the annealing at 8000, 
the structures with HfSiOx layers demonstrated complete stability at the this temperature. And the 
initial diffusion of these layers was observed at the annealing temperature of 9000С. However, at 
the annealing up to 10000С significant diffusion both towards the substrate and towards the external 
layer occurred in the layers of both types. This investigation showed that the presence of Si atoms in 
dielectric layers on the basis of Hf increased thermal stability of these layers, which was significant 
for the CMOS technology.  

Development of the technique of “labeled” neutrons on the second channel of EG-5 and the 
first results of its use to detect hidden substances were presented in the report at the XVI 
International conference on electrostatic accelerators and beam technologies in Obninsk.  

Investigation of the content of heavy elements in teeth of people of various age and 
professions living in different conditions was conducted. Element analysis was carried out using the 
nuclear physical analytic methods PIXE and RBS. 

 
3.2 Analytical studies using the neutron activation analysis (NAA) at the IBR-2 reactor 

                                                           
Biomonitoring 
Within the framework of international program «Atmospheric depositions of heavy metals 

(HM) in Europe – assessments based on the analysis of moss-biomonitors» a large series of studies 
has completed, which is related to the simultaneous collection of samples in 2005–2006 in a number 
of regions in Central Russia, Southern Urals, Belarus, Bulgaria, Slovakia, Poland, Romania, Serbia, 
Macedonia, Croatia and Greece to perform multielement activation analysis at the IBR-2 reactor. 
Results of the analysis on 13 elements: Al, As, Cd, Cr, Cu, Fe, Hg, Ni, Pb, Sb, Ti, V and Zn will be 
submitted to the European Atlas of atmospheric depositions of HM. Similar studies have been 
carried out in Mongolia and Vietnam. The results of the analysis of moss-biomonitors from 
biosphere reserves (Prioksko-Terrasny and Voronezh biosphere reserves) obtained in collaboration 
with the Institute of Global Climate and Ecology (Moscow) are of particular interest. Along with 
the moss samples from the biosphere reserves, aerosol filters were analyzed, which will allow one 
to determine correlation between the elemental content in the air and atmospheric depositions in 
moss-biomonitors.  



Air pollution studies were carried out using the active biomonitoring – exposure of moss-bags 
– under the conditions of urban environment in Poznan (Poland); Baia Mare (Romania), Sofia 
(Bulgaria), Athens (Greece) and in Dubna, in the area of domestic waste disposal site.  

 
Ecological assessment 
The NAA of bottom sediment columns collected at the Black Sea shelf of the Romanian coast 

was completed. In common with IFIN (Bucharest) and the University of Bucharest the assessment 
of retrospective pollution of this region will be made.  

The multielement NAA of aerosol filter collection of different years obtained from Bratislava 
will allow one to characterize the dynamics of atmospheric pollution of the Slovak capital by heavy 
metals for the last 15 years.  

The work to study weekly cycles of the atmospheric condition (elemental content of aerosol 
filters) of the Great Cairo valley (Egypt) continued. New results confirmed the data obtained earlier 
on the existence of the so-called “effect of days off”, which in Arabian countries fall at Thursday-
Friday.  

In common with the University in Opole (Poland) the complex investigation to assess the 
environmental condition at the “anomalous territory” in the west of Poland characterized by an 
increased radioactive background owing to the Chernobyl accident and man-caused influence of 
industry was carried out. The natural migration of a series of elements in soil profiles was traced, 
and also NAA of plants-biomonitors and mushrooms as accumulators of toxic elements was 
performed.  

 
In collaboration with the «Dubna» University the distribution of a series of heavy metals near 

road interchanges in Dubna and Moscow (Schiolkovskoe and Minskoe highways) was studied. 
The work to analyze 200 soil samples from the region of lead-zinc industrial complex in 

Macedonia was completed and maps of distribution of the main elements-toxicants were plotted.  
 

Foodstuffs and human health 
 In 2006 a large cycle of works to analyze foodstuffs with the purpose of assessing the intake 

of microelements by a human organism with foodstuffs (Central Russia) and the influence of 
detrimental industries on the quality of foodstuffs (Romania) was completed.  

 Within the framework of the IAEA Coordination Program «Exposure to toxic and 
potentially toxic elements in women of childbearing age in developing countries» in collaboration 
with the Russian State Medical University (Moscow) and the Analytical Centre of the Geological 
Institute of RAS the multielement analysis of blood samples of 60 specially selected patients was 
conducted. The analysis was carried out using NAA on the IBR-2  reactor in Dubna and MEPhI; 
lead, cadmium and mercury were determined by the atomic adsorption spectrometry in GIN RAS. 

 
Biotechnologies 
In collaboration with the Institute of Physics of Georgian AS new results in determining 

chromium in bacterial samples of Arthrobacter oxidans were obtained. These bacteria extracted 
from natural basalts may be used to change the chromium valency (conversion of the toxic Cr-VI 
into the nontoxic form Cr-III), which is of great scientific and practical interest. These results 
published in the prestigious journal Analytical Chemistry (USA) were highly evaluated by the 
IAEA specialists.  

 
Archeology 
Within the framework of cooperation with the University in Skopje and the Museum of 

History and Archeology of Macedonia the analysis of ceramics of ritual vessels (amphorae) and 
scrapes from their inner surfaces was carried out. Results of the analysis will make it possible to 
accept or reject the hypothesis on the contents of these amphorae. 

 



New materials 
NAA of rubidium-containing compounds used in experiments of the Condensed Matter 

Department on the X-ray and neutron diffraction was carried out.  
 
Educational process 
In 2006 on the basis of the REGATA facility in the radioanalytical laboratory at IBR-2 

Practical training for students of senior courses of the «Dubna» University and International 
Schools organized by the JINR University Centre was held. For the reporting period on the basis of 
the NAA sector 2 Bachelor’s theses and 5 Master’s theses were written. In 2006 2 Ph.D. theses 
based on the materials obtained in the NAA sector were defended.  

 
Organization of meetings  
 In 2006 preparation to the International meeting of the Commission of the United Nations 

Organization “The 20th Task Force Meeting of the UNECE ICP Vegetation and Long-Range 
Atmospheric Transport of Pollutants” was underway, which will take place in Dubna in March, 
2007.  



1. НАУЧНЫЕ ИССЛЕДОВАНИЯ 
 

1.1. ФИЗИКА КОНДЕНСИРОВАННЫХ СРЕД 
 

Вслед за сложными оксидами марганца (манганитами), основной особенностью 
которых является эффект колоссального магнитного сопротивления, растущий интерес 
проявляется к сложным оксидам кобальта (кобальтитам) типа Ln1-xMxCoO3, где Ln – 
лантанид, M – щелочноземельный элемент. С научной точки зрения кобальтиты 
интересны сильными корреляциями между решеточными, зарядовыми, спиновыми и 
орбитальными степенями свободы. Оксиды кобальта важны для практики в связи с их 
использованием в качестве электродов в источниках тока. Особенности фазовых 
переходов в кобальтитах связаны с нарушением баланса между внутриатомной энергией 
Хунда и энергией кристаллического поля, связанной с конфигурацией октаэдров CoO6. В 
результате, ион Co3+ может находиться в трех разных спиновых состояниях: 
низкоспиновом (LS, t2g

6eg
0), промежуточном (IS, t2g

5eg
1) высокоспиновом (HS, t2g

4eg
2). 

 На реакторе ИБР-2 ведутся исследования атомной и магнитной структуры 
кобальтитов, в том числе при высоких внешних давлениях. На дифрактометре ФДВР 
изучался состав Pr0.5Sr0.5CoO3, в котором ранее наблюдались несколько магнито-
структурных фазовых переходов. Дифракционные спектры были измерены в широком 
диапазоне температур (10 – 780 K), в основном в режиме нагрева образца. В этом 
диапазоне обнаружены два фазовых перехода (Т1 ≈ 120 К и Т2 ≈ 300 К), в ходе которых 
изменяются магнитная и кристаллическая структуры образца. При нагревании симметрия 
последовательно повышается от триклинной до ромбической и затем до ромбоэдрической. 
Переходы сильно размыты по температуре а между 120 К и 300 К фазы сосуществуют 
(Рис. 1).  Магнитные измерения подтверждают, что структурный переход при 300 К 
совпадает с ферромагнитной точкой Кюри. Природа магнитного перехода при 120 К пока 
остается неизвестной. 
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 Рис. 1. Содержание структурных фаз в образце в зависимости от температуры. 

 
 
На дифрактометре ДН-12 проведено исследование кристаллической и магнитной 

структуры гексагональных фрустрированных манганитов RMnO3 (R=Y, Lu) при высоких 
давлениях до 6 ГПа. Полученные экспериментальные данные, вместе с результатами 



предыдущих исследований других гексагональных манганитов, позволили установить 
взаимосвязь между симметрией треугольного АФМ состояния с параметром искажения 
треугольной решетки s, образованной атомами Mn и O. Полученная обобщенная 
магнитная фазовая диаграмма позволяет объяснить наблюдаемые изменения симметрии 
магнитного состояния при химическом замещении (изменении ионного радиуса R 
элемента) и  приложении высокого давления за счет вариации s (Рис. 2). 
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Рис. 2. Фазовая диаграмма гексагональных манганитов RMnO3 и схематическое 
изображение АФМ структур симметрии Γ1 и Γ1+Γ2. 

 
 В рамках структурных исследований факторов, влияющих на стабилизацию 

магнитных жидкостей, начато планомерное изучение эффекта избытка поверхностно-
активного вещества (ПАВ) в магнитных жидкостях на их стабильность. В качестве первой 
системы выбрана классическая магнитная жидкость на основе магнетита, 
диспергировнного в бензол и покрытого одинарным слоем олеиновой кислоты. Известно, 
что эта система наиболее стабильна, когда весь ПАВ адсорбирован на поверхности 
магнетита, т.е. в отсутствие свободного ПАВ в растворе. В этой связи с помощью 
малоуглового рассеяния нейтронов были исследованы растворы олеиновой кислоты 
(С17H33СООH) в дейтерированном бензоле (С6D6). Целью работы было определение 
характера взаимодействия между молекулами кислоты, а также прояснение возможности 
их кластеризации. Кривые рассеяния (Рис. 3) в приближении Гинье указывают в целом на 
отталкивание между молекулами ПАВ. Однако, определенное из этих данных значение 
второго вириального коэффициента B = -0.02 значительно больше, чем для системы 
твердых шаров (B = -8). Это говорит о том, что компонента притяжения существенна в 
парном потенциале взаимодействия между молекулами. Определенный из данных МУРН 
объем молекулы олеиновой кислоты, 657 Å3, значительно отличается от ее Ван-дер-
Ваальсовского объема, 523 Å3, и, в то же время, практически совпадает с удельным 
объемом чистой олеиновой кислоты в ее жидком состоянии. Для прояснения данного 



наблюдения начаты работы по моделированию изучаемой системы методами 
молекулярной динамики.  
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Рис. 3. Кривые рассеяния на растворе олеиновой кислоты (ОА) в дейтерированном 
бензоле с различной концентрацией и зависимость интенсивности рассеяния в нулевой 
угол из приближения Гинье в зависимости от концентрации. Для последнего графика 
наблюдается отрицательный наклон, что свидетельствует об отталкивании молекул 
олеиновой кислоты в растворе. 

 
На спектрометре РЕМУР проведено исследование магнитного упорядочения и 

доменной структуры в слоях 20×[Fe(1.993nm)/Cr(1.2nm]/MgO. В этой структуре 
намагниченности соседних слоёв железа направлены антипараллельно. В плоскости слоёв 
существуют домены, которые также упорядочены антиферромагнитно. Тип магнитного 
межслоевого упорядочения зависит от толщины слоя хрома. Было предложено изменять 
толщину слоя хрома его сжатием и растяжением с помощью звуковой волны 
мегагерцового диапазона. В рефлектометрических экспериментах с поляризованными 
нейтронами наблюдены эффекты изменения диффузного рассеяния нейтронов от 
доменной структуры и появления неупругого рассеяния нейтронов благодаря 
возникновению колебаний магнитных моментов слоёв. На рис. 4 показана зависимость 
поляризационной способности от переданной компоненты  волнового вектора QX ( вдоль 
пучка нейтронов) при различных значениях частоты звука f0= 50 МГц и 3f0= 150 МГц. 



Видно, что с увеличением частоты QX распределение уширяется, что говорит об 
уменьшении размера домена.  Таким образом, показано, что можно управлять 
магнитной структурой антиферромагнитно-упорядоченной структуры 20×[Fe(1.993nm)/ 
Cr(1.2nm]/MgO изменяя уровень или частоту звуковой волны. Это открывает новую 
возможность управления магнитной структурой, которая характеризуется большим 
быстродействием. 
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Рис. 4. Зависимость поляризационной способности от переданной компоненты  
волнового вектора QX ( вдоль пучка нейтронов) при различных значениях частоты звука 
при отражении нейтронов от пленок 20×[Fe(1.993nm)/Cr(1.2nm]/MgO. 

 
 На дифрактометре ДН-2 изучался распад гидратного клатрата с дейтерием состава 
32D2:136D2O при нагреве до 250 К с фиксированием отдельных этапов его разложения. 
Кратковременный (15 мин.) нагрев образца с последующей закалкой до температуры 
жидкого азота (95 К) позволил осуществить ступенчатое удаление водорода из пор 
клатрата при одинаковых условиях длительной съемки для изучения взаимодействия 
матрицы с молекулами внедренного дейтерия. Оказалось, что параметр решетки в этих 
условиях не зависит от концентрации дейтерия, т.е. никаких признаков усиления его 
взаимодействия с решеткой не обнаружено. Для решения вопроса о характере экстракции 
дейтерия анализировались интенсивности отдельных рефлексов. Так, графически (Рис. 5), 
наложением на расчетный растр (hkl) столбца экспериментальных интенсивностей были 
установлены составы гидридов при отжиге. Расчет исходной картины методом Ритвельда 
дал наилучшее согласие при концентрации 32 молекулы D2 на ячейку, где 16 молекул 
находятся в большой поре (8b, по 2 мол.) и 16 молекул – в малой поре(16c, по 1 мол.). 
После кратковременного (15 мин.) нагрева до температуры 145 К изменения в структуре 
клатрата минимальны. Постепенное удаление водорода возможно до температуры 195 К, 
когда начинается рост примесной фазы льда, а состав достигает минимального значения 
x=168b+16*0.716c=27.2 ±  0.5D2. После отогрева до 220 К наблюдается разложение клатрата 
и появление интенсивных линий кристаллических фаз льда (Ih, Ic) с заметной долей фазы 
аморфного льда низкой плотности.  

Проведены комплексные исследования физических свойств синтетического 
монокристаллического кварца и кварцевого порошка в температурной области α-β 
перехода методами нейтронной дифракции и механической спектроскопии. Определена 
кристаллическая структура кварцевых порошков с разной средней величиной зерен в 
температурном интервале до 620°С и температуры α-β фазового перехода. Получены 
температурные зависимости величины внутреннего трения и резонансной частоты у 
образцов кварца в окрестности температуры фазового перехода при возбуждении 
колебаний в параллельной и перпендикулярной оси Z кварца плоскостях. 
Зарегистрированы различные значения температур точек максимума внутреннего трения, 
лежащие в интервале от 560 – 620°С. Высказаны предположения о возможных причинах 



смещения температуры перехода. Обнаружен максимум внутреннего трения вблизи 
значения 350°С, не связанный со структурными превращениями в кварце. Цель 
дальнейших работ – определение причин смещения точки фазового α-β перехода в кварце 
и природы пика внутреннего трения при 350°С. 
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Рис. 5. Вычисленные и экспериментальные значения интенсивностей D2O–D2 клатрата 
как функции заселенности малы пор.  
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Fig. 6. Comparisons of the Gexp(ν) spectra of crystalline (Cr-2 and Cr-3) and orientational glass 
(OG) solid phases of 2,3-dimethylbutane with the Gcal(ν) spectra of isolated molecules 
calculated within one phonon scattering approximation.  

 
На спектрометре обратной геометрии НЕРА изучены вибрационные спектры 

изомеров гексана, для которых также проведены расчеты в рамках метода DFT. Спектры 
неупругого рассеяния измерены для изомеров: 2- или 3-метил-пентан и 2,2- или 2,3-
диметил-бутан с общей формулой C6H14. Одновременно измерялись дифракционные 
спектры этих образцов, что позволяло контролировать структуру твердых фаз. DFT 



вычисления структуры и динамики молекул изученных изомеров были сделаны для 
интерпретации низкочастотной части спектра внутренних колебаний, которая хорошо 
видна на экспериментальных спектрах, измеренных при низкой температуре. Особый 
интерес в этих вычислениях был связан с тем, что спектры неупругого рассеяния 
диизопропила, измеренные в стеклоподобной и кристаллической фазах, отличались друг 
от друга. Сравнение вычисленных и измеренных спектров (Рис. 6) показывает, что 
внутренние колебания в состоянии ориентационного стекла (OG) соответствуют 
колебаниям в gauche-форме молекулы. Это предполагает низкие потенциальные барьеры 
для внутренних вращений молекулярных групп CH(CH3)2, что также было подтверждено 
DFT вычислениями.  

На спектрометре ДИН-2ПИ на образцах AgCuSe впервые с использованием 
метода рассеяния медленных нейтронов проведено исследование атомной динамики в 
суперионной и несуперионной фазах этого соединения. Анализ динамического 
структурного фактора S(Q,ω) указывает на наличие низкоэнергетических мод в области 
энергий 3 – 4 мэВ в упорядоченном состоянии AgCuSe, предположительно отвечающим 
акустическим фононным модам. Установлена корреляция между переходом в 
суперионное состояние AgCuSe и изменениями в динамике кристаллической решетки, 
заключающаяся в резком изменении спектров динамического структурного фактора, 
обобщенной плотности фононных состояний, термодинамических свойств. Увеличение 
амплитуды тепловых колебаний, изменение теплоемкости при переходе в суперионное 
состояние свидетельствует о значительном смягчении фононного спектра в α- AgCuSe. 
Плотность фононных состояний G(ε) в α- и β- AgCuSe характеризуется недебаевским 
поведением в области малых энергий и двумя выраженными максимумами при ε ∼ 10 и 20 
мэВ (Рис. 7). Причиной отклонения G(ε) от дебаевской зависимости является присутствие 
моды низкоэнергетических возбуждений. При переходе от β к α фазе наблюдается 
размытие максимумов при ε ∼ 10 и 20 мэВ, как следствие изменения многих факторов 
атомной динамики исследуемой системы. 

 
Рис. 7. Нейтронно-взвешенная обобщенная плотность фононных состояний G(ε) AgCuSe 
в суперионной и несуперионной фазах. 

 



1.2. НЕЙТРОННАЯ ЯДЕРНАЯ ФИЗИКА 
 

Введение 
 

В течение 2005 основные работы в области нейтронной ядерной физики в ЛНФ им. 
И. М. Франка проводились на реакторе ИБР-2, установке ЭГ-5, на нейтронных пучках 
других ядерных центров России, Болгарии, Польши, Чехии, Германии, Республики Корея, 
Китая, Франции, США, и Японии. Исследования проводились в традиционных 
направлениях: изучение процессов нарушения пространственной и временной четности 
при взаимодействии нейтронов с ядрами; изучение квантово-механических 
характеристик, энергетики и динамики процесса деления; экспериментальное и 
теоретическое исследование электромагнитных свойств нейтрона и его бета-распада; 
гамма-спектроскопия нейтронно-ядерных взаимодействий; структура атомного ядра; 
получение новых данных для реакторных приложений и для ядерной астрофизики; 
эксперименты с ультрахолодными нейтронами; прикладные исследования. 

 
1. Экспериментальные исследования 

 
1.1 Фундаментальные свойства нейтрона 

 
1.1.1 Эксперимент по прямому измерению сечения рассеяния нейтрона на нейтроне  

Работы в рамках подготовки и проведения эксперимента по прямому измерению 
сечения рассеяния нейтрона на нейтроне на реакторе ЯГУАР (РФЯЦ-ВНИИТФ, 
г.Снежинск) 

В 2006 г. был изготовлен полный комплект коллиматоров из смеси обогащённого 
бора с серой (для центральных коллиматоров) и из смеси карбида бора с серой в 
очехловке из кадмия (для остальных коллиматоров). Проведены вакуумные испытания 
нижней части канала с установленными в неё коллиматорами. Испытания показали, что в 
испытываемой конфигурации (без верхней части канала) при штатной откачке 
достигается вакуум ~3⋅10-6 мбар, что достаточно для проведения измерения nn-рассеяния. 
(Собранная нижняя часть установки во время испытаний представлена на Рис. 1 и Рис. 2) 

Проведено испытание магниторазрядного насоса (тип «НОРД-250»), установив его 
вместо одного из турбомолекулярных насосов. Испытание показало, что использование 
этого насоса не приводит к улучшению вакуума внутри вакуумной системы. 

Рис. 2 
 

Рис. 1 



Завершено изготовление 
дополнительной оснастки для монтажа 
нейтронного канала под реактором и 
проведения верховых работ (под 
потолком реакторного зала) по монтажу 
элементов нейтронного канала. 

Изготовлена основная часть 
элементов конструкции 
модернизированного детектора. 
Проведены испытания вакуумной 
плотности корпуса детектора. 
Исследовались различные режимы 
работы детектора с целью максимально 
уменьшить длительность импульса при 
сохранении амплитудного разрешения. 

Таким образом, были завершены 
работы по изготовлению 
полномасштабной установки для 
измерения сечения рассеяния нейтрона 
на нейтроне на реакторе ЯГУАР. 

 Установка успешно прошла 
тестовые проверки в Дубне, была 
переправлена в Снежинск, смонтирована 
и отъюстирована на реакторе ЯГУАР.  

Для проверки работоспособности 
всех систем установки в условиях 
реальных измерений на реакторе, а также 
для проверки достоверности получаемых 
результатов были выполнены первые 
калибровочные измерения на газах. 
Схема измерений представлена на Рис.3. 
В полость внутри активной зоны 
реактора, в которой должно происходить 
рассеяние нейтронов друг на друге, 
заполняется инертный газ с хорошо 
известным сечением рассеяния при 

давлении ~100 торр. Полость отделена от вакуумного канала, по которому нейтроны, 
рассеянные на газе попадают в детектор, тонкой алюминиевой фольгой. Вся остальная 
установка (за исключением детектора, чувствительность которого была понижена, и 
составляла 6,6 10-5, в отличие от 100% эффективности для регистрации n-n рассеяния) 
такая же, как и при измерении n-n рассеяния толщиной 40 мкм. По числу 
зарегистрированных нейтронов, при известном энерговыделении реактора, вычисляется 
сечение рассеяния нейтронов на газе, заполняющем внутреннюю полость реактора. 
Совпадение измеренного таким образом сечения с заранее известным табличным 
сечением, является критерием правильности юстировки системы, правильности 
вычисления нейтронного спектра и телесного угла, в котором происходит регистрация 
нейтронов. Кроме того, в этом измерении тестируется весь регистрационный канал. 

Рис. 3. Схема установки для калибровочных 
измерений на газах. 

 

 

Результаты измерений показали следующее: 
1. Все системы установки, за исключением системы регистрации работают 

нормально. 
2. Неожиданно велика оказалась роль γ-фона – подавляющее большинство 

регистрируемых детектором событий во время импульса реактора это γ-кванты. Большой 



поток γ-квантов, проходящий через детектор, приводит к тому, что детектор перестаёт 
регистрировать какие-либо события (как нейтроны так и γ-кванты) и восстанавливается 
спустя более чем 10 мс, когда поток тепловых нейтронов, рассеявшихся на атомах газа, 
уже миновал детектор. Поэтому регистрация нейтронов в импульсном режиме оказалась 
невозможна. Необходимо провести дополнительное моделирование, для оптимизации 
защиты детектора с точки зрения уменьшения потока γ-квантов, проходящего через него, 
и модернизацию электроники системы регистрации с целью уменьшения времени 
восстановления в случае перегрузки. 

3. Проведенное измерение на постоянной мощности реактора показало, что канал 
отъюстирован правильно и, что при отсутствии перегрузки детектора система 
регистрации также правильно работает. Измеренное сечение рассеяния тепловых 
нейтронов на 4Не составило 0,87±0,13 б (табличное значение этого сечения – 0,760 б).  
 
 
1.1.2 Исследование n-e рассеяния 

 
Новый метод получения экспериментальной величины длины рассеяния нейтрона на 

электроне  был применен для анализа данных по структурным факторам S(q) ( q - 
переданное волновое число), описывающих дифракцию нейтронов в газах и жидкостях. 
Использовались полученные на реакторе в Гренобле результаты дифракционных 
экспериментов интернациональной группы физиков, любезно предоставивших для наших 
расчетов свои числовые данные.  

neb

Сначала обрабатывались S(q) для газообразного изотопа 40Ar, у которого из-за 
аномально сильного ядерного рассеяния относительный вклад n,e-рассеяния в полное 
рассеяние примерно на порядок меньше, чем у естественных Ar, Kr и Xe. Соответственно, 
результат оказался весьма скромным, но продемонстрировал действенность 
предложенного метода: 

310)57,028,033,1( −⋅±±−=neb  Фм, 
где вторая ошибка – систематическая. Статья направлена в Eur. Phys. J.C. 

Естественно, гораздо лучший результат дала обработка данных по дифракции на жидком 
Kr. Три разных варианта обработки данных привели к очень близким величинам , 
наиболее точная из которых  

neb

310)04,038,1( −⋅±−=neb  Фм. 
Этот результат входит в число 10 – 12 лучших по точности.  

 
Предложен эксперимент с целью измерения длины n-e рассеяния на установке 

TS3000K на жидких металлах. Первый предварительный эксперимент планируется 
проводить на жидком свинце поскольку точка плавления свинца находится чуть выше 
3000С. В случае удачного эксперимента на свинце будут сделаны измерения и на других 
жидких металлах с более высокой температурой плавления. 

Установка TS3000K реализована в Национальном Институте Ядерной Физики им. 
“Хоря Хулубей”, Бухарест – Румыния (IFIN-HH) и предназначена для исследования 
структуры и динамики твердого и жидкого состояния с помощью неупругого рассеяния 
нейтронов в условиях сверхвысоких температур и вакуума. 

В 2006 г. были проведены теоретические оценки для измерения длины n-e 
рассеяния на свинце с использованием нескольких феноменологических моделей жидкого 
состояния и жидкого свинца. Эти оценки показывают возможность получения длины на 
установке TS3000K на канале DIN-2PI. 
 
 
 



1.2 Нейтронная оптика 
 

1.2.1 Оптика сильно поглощающих веществ 
 

Закончена работа по экспериментальной проверке справедливости закона 1/v для 
сечения захвата ультрахолодных нейтронов в естественном гадолинии. Идея работы 
основана на том обстоятельстве, что взаимодействие нейтронов с веществом может быть 
описана моделью эффективного оптического потенциала в том и только в том случае, 
когда полное сечение взаимодействия  нейтронов с ядрами вещества подчиняется закону 
1/v. При этом оптический потенциал V вообще говоря комплексен. 

 
                                              V U iW= + .                                                       (1) 

В случае естественного гадолиния, обладающего рекордным значением сечения захвата 
благодаря наличию резонансов в тепловой области энергий, модель потенциала вообще 
говоря не справедлива. Однако для холодных и очень холодных нейтронов она должна 
выполняться с большой точностью. Значения действительной и мнимой частей 
потенциала естественного гадолиния для случая УХН были определены в наших 
предшествующих работах [1.1, 1.2]: V = 45нэВ, W = 82нэВ.  

 
Особенность модели потенциала состоит в том, что в случае ее сраведливости как 

коэффициент отражения, так и прозрачность вещества зависят только от компоненты 
скорости нейтрона, нормальной к поверхности вещества. Именно эта особенность и была 
положена в основу нашего эксперимента. 

Ультрахолодные нейтроны проходили через периферическую часть образца, 
представляющего собой пленку гадолиния, толщиной около 25нм, нанесенную на 
кремниевый диск. Вращая диск, можно было менять относительную скорость нейтронов и 
образца, сохраняя неизменной нормальную компоненту скорости (см. Рис.4). 
Неизменность пропускания от скорости вращения свидетельствовала о справедливости 
модели эффективного потенциала и, следовательно, о выполнении закона 1/v. В 
результате установлено, что закон 1/v для сечения захвата УХН в естественном гадолинии 
справедлив с точностью порядка 0.1% в интервале изменения скоростей УХН от 4 до 
35м/сек. 

Кремниевая
пластина

УХН

Пленка Gd

Монохроматор

Кремниевая
пластина

УХН

Пленка Gd

Монохроматор

Рис. 4. Схема эксперимента по проверке закона 1/V для сечения захвата 
УХН в естественном гадолинии.

 
 



1.2.2 Взаимодействие нейтрона с ускоряющимся веществом 
 

Был поставлен эксперимент по наблюдению изменения энергии нейтрона при 
прохождении через ускоренное вещество. Существование эффекта следует как из 
справедливости принципа эквивалентности, так и из детальных нейтронно-оптических 
расчетов [2.2]. Для плоского образца, двигающегося с ускорением, величина эффекта 
определяется выражением 

n
n1wdE −

≈Δ ,        (2), 

где d – толщина  образца, n – показатель преломления и w – ускорение образца. Целью 
работы было измерение такого изменения энергии.  

В качестве образца использовалась кремниевая пластина, толщиной 0.6мм, которую 
можно было приводить в гармоническое движение. При этом  энергия нейтрона также 
должна была меняться по  гармоническому закону в соответствии с  

                            )t(SinAd
n

n1)t(E 2 ΩΩ
−

=Δ ,                                           (3),  

где A и Ω=2πf – амплитуда и частота осцилляции образца соответственно. Максимальное 
значение ускорения  составляло величину порядка 7.5g, чему соответствует 

передача энергии 
 эВ.  

2
maxw AΩ=

10E 2 10−Δ ≈ ×
Эксперимент был поставлен с 

гравитационным спектрометром 
УХН с интерференционными 
фильтрами. При этом образец 
размещался между фильтром-
монохроматором   (и  вблизи   
него) и фильтром-анализатором. 
Гармоническое движение образца 
приводило к периодической 
модуляции скорости счета с той же 
частотой. Эта модуляция 
порождалась двумя эффектами: 
изменением энергии, 
пропорциональным ускорению 
образца, что и являлось предметом 

поиска,  и изменением прозрачности образца, обусловленным периодическим изменение 
относительной скорости образца и нейтрона. При различных соотношениях между этими 
двумя эффектами, искомым и систематическим, фаза осцилляции скорости счета 
нейтронов также различно. Это обстоятельство и было положено в основу эксперимента. 
В нем измерялась фаза осцилляции скорости счета в зависимости от расстояния между 
двумя фильтрами.  
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Рис. 5. Фаза осцилляции скорости счета в 
зависимости от положения между фильтрами.

Полученные результаты иллюстрируются рисунком 5. Синие закрытые точки – 
результат  измерения фазы осцилляции скорости счета в зависимости от расстояния 
между фильтрами. Сплошная синяя кривая – теоретический расчет. Красная наклонная 
прямая – расчет, сделанный в предположении, что изменение фазы осцилляции 
обусловлено только периодической модуляцией прозрачности образца, а искомый эффект 
изменения энергии отсутствует.  Горизонтальная  сплошная и пунктирная линии – фаза 
осцилляции скорости счета  (и коридор погрешностей) в отсутствии фильтра-анализатора. 
При корректных измерениях и расчетах эти линии должны пересекаться в одной точке.  



Эксперимент с несомненностью свидетельствуют о существовании впервые 
наблюдаемого эффекта изменения энергии нейтронов при прохождении через 
ускоряющийся образец. Его величина соответствует теоретическим предсказаниям с 
точностью порядка 15%. Дальнейшие эксперименты покажут, связано ли это расхождение 
с физическими причинами или оно носит чисто методический характер. Отметим еще, что 
хотя эффект ускоренного вещества наблюдался пока только в нейтронно-оптическом 
эксперименте, он имеет весьма универсальную природу и должен существовать и для 
частиц иной природы. 

 
1.2.3 Проверка слабого принципа эквивалентности и измерение ускорения 

свободного падения нейтрона 
 
На источнике УХН в ИЛЛ (Гренобль) поставлен эксперимент по измерению 

ускорения свободного падения нейтрона. Эксперимент поставлен с помощью 
гравитационного спектрометра УХН с интерферометрами Фабри-Перо (ИФП), а его идея, 
опубликованная ранее в работе, иллюстрируется рисунком 6. После прохождения ИФП-
монохроматора нейтроны с узким интервалом вертикальных скоростей проходят через 
вращающуюся фазовую дифракционную решетку. Нейтроны, соответствующие - 1-му 
порядку дифракции уменьшают свою энергию на величину , где частота 

модуляции Ω пропорциональна частоте вращения решетки f и равна 

EΔ = Ωh
f2Ω = π
ϕ

 , где ϕ- 

угловой период решетки. На пути к ИФП-анализатору нейтроны ускоряются в 
гравитационном поле, увеличивая свою энергию на величину , где H – расстояние 
между ИФП. Измерение энергии производится путем сканирования по высоте 
анализирующим ИФП. При этом определяется максимумы соответствующих кривых 
сканирования при различных значениях частоты вращения решетки и пропорциональной 
ей частоты модуляции. Величина ускорения  свободного падения определяется при этом 
из соотношения 

mgH

                                          g
m H
ΔΩ

=
Δ

h
                                                      (4) 

 
Результаты одной из экспериментальных серий приведены на рисунке 7.    
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Рис. 6. Идея эксперимента по 
измерению ускорения свободного 
падения нейтрона. 

Рис. 7. Положение максимумов кривых 
сканирования в зависимости от 
частоты вращения решетки. 



В настоящее время продолжается обработка экспериментальных данных. 
Предварительный результат состоит в том, что в пределах точности порядка 0.2%. 
ускорение свободного падения нейтрона такое  же, что и для макроскопических тел. 

 
                      

1.2.4 Проектирование нейтронного микроскопа 
 

В 2006 году начаты работы над проектом нейтронного микроскопа, 
ориентированного на европейские источники УХН нового поколения. Создано 
математическое обеспечение для расчета зеркальных оптических систем для УХН в 
присутствии гравитации. С помощью этой программы ведутся расчеты горизонтального 
нейтронного микроскопа с компенсацией гравитационных аберраций преломляющими 
элементами. Получены обнадеживающие результаты.  
 

 
1.3 Исследование свойств ультрахолодных нейтронов 

 
1.3.1 Работы в рамках исследования взаимодействия УХН с поверхностью 

 
В 2006 году были проведены исследования поверхностей ряда материалов 

микроскопом атомных сил (AFM). Исследования проводились с целью проверки гипотезы 
о поверхностных наночастицах как причине так называемого «малого нагрева» УХН при 
взаимодействии с поверхностью. Исследовалась поверхность меди, железа, различных 
марок нержавеющей стали и сапфира, а так же зависимость структуры поверхности от 
температуры предварительного обезгаживания. Типичные данные, полученные на AFM, с 
поверхности образцов представлены на Рис. 8. 
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Рис. 8. Данные с поверхности образцов. 

 



Основной вывод из проведённых измерений: на всех исследованных поверхностях 
(за исключением полированного монокристаллического сапфира) присутствуют 
наночастицы различных размеров. Размеры наночастиц увеличиваются с ростом 
температуры предварительного прогрева образцов, количество наночастиц зависит от 
этой температуры и от глубины вакуума во время прогрева. На монокристаллическом 
сапфире при прогреве до температур ~1600°С образуются наночастицы в то же время 
после прогрева до 800°С образование наночастиц на его поверхности не замечено. 
Поверхность монокристаллического сапфира после прогрева до 1600°С представляет 
собой ступенчатую структуру со ступеньками в одну атомарную плоскость. 

Обнаружение частиц на поверхности указывает на возможность неупругого 
рассеяния нейтронов с малой передачей энергии на таких частицах если они окажутся 
достаточно свободными.  

 
 

1.3.2 Исследование квазиупругого рассеяния УХН 
 
В продолжение работы прошлого года проведены в ILL новые измерения 

вероятности и спектров квазиупругого рассеяния УХН на ряде образцов: медь, 
алмазоподобный углерод, тефлон и др.  В предыдущих экспериментах был впервые 
обнаружен значительный нагрев нейтронов в область скоростей 8-12 м/с. 

Метод заключался в измерении потока нейтронов (после рассеяния на образце) 
сквозь калиброванные образцы с известным сечением поглощения нейтронов. В данном 
случае в качестве поглотителей использовались пластины монокристаллов кремния и 
родиевые фольги. Таким образом измерялись кривые поглощения для нейтронов  полного 
спектра рассеяния: от ультрахолодных до тепловых. Измерены кривые поглощения и 
восстановлены из них спектры рассеянных нейтронов. Окончательная обработка 
результатов будет проведена в начале 2007 г. 

Как и в прежнем случае, измерения проводились только при комнатной температуре 
и на образцах термически в вакууме не обработанных. Планируются эксперименты, в 
которых поверхность образцов может в вакууме термически обезгаживаться,  а измерения 
могут проводиться при низких температурах. 

 
1.3.3 Работы по созданию источника УХН на импульсном реакторе TRIGA 

 
Проведены новые детальные расчеты и впервые измерена генерация 

ультрахолодных нейтронов на импульсном реакторе TRIGA-Майнц (совместно с 
группами из Мюнхена и Майнца). Это есть реализация давнего предложения Yu. N. 
Pokotilovski, „Production and storage of ultracold neutrons at pulsed neutron sources with low 
repetition rates“, Phys. Lett.,  А356 (1995) 412. 

Результаты по генерации УХН и нестационарному транспорту по зеркальному 
нейтроноводу хорошо согласуются с расчетами. 

Нейтроны генерировались в твердой дейтериевой мишени при температуре 6-10 К, и 
транспортировались по зеркальному нейтроноводу длиной 6 м. В части экспериментов 
использовался мезитиленовый предзамедлитель при температуре 20 К. 

При регистрации нейтронов использовались попеременно три разных детектора 
нейтронов: кремниевый с радиатором из обогащенного фторида лития, 
пропорциональный газовый с He-3, и окончательно из-за высокой скорости счета при 
импульсной генерации  (до 106 нейтронов в секунду) GEM-детектор с борным 
радиатором. При импульсе реактора 10 МДж количество зарегистрированных нейтронов с 
энергией ниже 200 нэВ превышало 105. 

 



1.4 Нарушение пространственной и временной четности при взаимодействии 
нейтронов с ядрами 

 
1.4.1 Измерение Р-нечетной асимметрии эмиссии тритонов в реакции 6Li(n,α)3H 

 
На пучке холодных поляризованных нейтронов PF1B реактора ИЛЛ (Гренобль) 

проведен «нулевой»-эксперимент по определению фоновой асимметрии для серии 
экспериментов по измерению Р-нечетной асимметрии эмиссии тритонов в реакции 
6Li(n,α)3H. Получено значение α0 = (0.0 ± 0.5)⋅10-8. Таким образом, успешно завершен 
один из двух важнейших, ведущихся в течение нескольких последних  лет, экспериментов 
по поиску нейтральных токов в нуклон-нуклонных взаимодействиях. Сопоставление этого 
результата с результатом основного эксперимента: αt = -(8.6 ± 2.0)·10-8 показывает, что 
наблюдаемый эффект обусловлен Р-нечетной асимметрией тритонов из реакции 
6Li(n,α)3H. Целью исследований является определение слабой π-мезонной константы 
связи fπ, соответствующей взаимодействию нейтральных токов в нуклон-нуклонных 
процессах. Из полученной асимметрии следуют ограничения: fπ = (0.4 ± 0.4)⋅10-7, в 
предположении, что другие константы равны «лучшим значениям» Дипланка и др., и -
1.2⋅10-7 ≤ fπ ≤ 1.6⋅10-7 с учетом теоретических и экспериментальных неопределенностей 
других констант. Это подтверждает результаты эксперимента на 18F и вывод, что fπ 
существенно меньше «лучшего значения» Дипланка и др. (4.6⋅10-7). Работы выполняются 
совместно с ПИЯФ (Гатчина), ИЛЛ (Гренобль, Франция), ТУ Мюнхена (Германия). 

 
1.4.2 Управление нейтронной поляризацией посредством рамсеевского вращения 

 
В 2006 г. был проведен эксперимент, целью которого являлось проверка 

эффективности управления поляризацией тепловых и эпитепловых нейтронов с помощью 
радиочастотного поля. Эксперимент проводился на пучке Н8 импульсного нейтронного 
источника KENS (КЕК, Япония). Схема установки приведена на рис.9. 

 

 

Рис. 9. Схема эксперимента. 

 
Поляризация нейтронов и анализ их поляризации осуществлялись устройствами на 

основе поляризованного 3Не с оптической накачкой, созданными коллаборацией КЕК-
ЛНФ ОИЯИ в 2003-2005 гг. В соленоиде 2 длиной 80 см и диаметром 12 см 
последовательно располагались две прямоугольные радиочастотные катушки РЧ 1 и РЧ 2 
длиной 20 см каждая. Каждая катушка создавала осциллирующее поле ( )tH ωcos2 1 , 
направленное вдоль оси у. Измерение осуществлялось по времени пролета. Поле 
включалось в момент, когда на вход первой катушки приходили нейтроны с 80=hE  мэВ 
и выключались в момент прихода нейтронов с 6.23=lE  мэВ. При этом, амплитуда поля 

 модулировалась так, чтобы обеспечить поворот нейтронной поляризации на заданный 1H



угол  вокруг оси у для всех нейтронов в интервале ϕ hl EEE ≤≤ . Для этого необходимо 
выполнение условия ϕ=γ tH1 , где γ - гиромагнитное отношение для нейтрона, а t – время 
пролета нейтрона данной энергии вдоль катушки. В нашем эксперименте  было выбрано 

. Вторая катушка работала когерентно с первой и, таким образом, полный поворот 
нейтронной поляризации на входе анализатора составлял 

2/π=ϕ
π , т.е., происходил реверс 

поляризации. Соответствующее изменение трансмиссии, прошедшего через анализатор 
нейтронного пучка регистрировалось сцинтилляционным детектором на пролетной базе 
12.05 м.  

Если между первой и второй катушками включить дополнительное поле, то из-за 
дополнительного вращения нейтронной поляризации на этом участке, характер 
нейтронной трансмиссии изменяется. 

В эксперименте мы измеряли нейтронные трансмиссии с выключенными 
катушками  и включенными . Затем строили отношение: offT onT
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где  и  - поляризации нейтронов прошедших по отдельности сквозь поляризатор и 
анализатор соответственно. Вся информация о полях, действию которых нейтронная 
поляризация подвергалась на участке от поляризатора к анализатору содержится в 
функции . На рис. 10,11 показаны отношения R для случаев с выключенным и 
включенным малым соленоидом. Красные линии – подгонка. Энергетическая зависимость 
отношений R связана с зависимостью от энергии нейтронов величин ,  и . 
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Рис. 10. Отношение R, когда малый соленоид выключен. 
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Рис. 11. Отношение R, когда малый соленоид выключен. 

 
 

На 2007 запланированы проведения исследований по методике изготовления и 
отбора монокристаллов  с целью создания поляризованной ядерной мишени для 
проверки Т-инвариантности во взаимодействии поляризованных нейтронов с 
поляризованными ядрами. Кроме того, будут проводится работы по совершенствованию 
существующего криостата ядерной мишени. 

3LaAlO

 
 

1.4.3 Поиск и исследование структуры подпороговых нейтронных р-резонансов на 
изотопах свинца методом комбинированной корреляционной гамма-спектроскопии  

 
С целью проверки полученных ранее экспериментальных данных о существовании 

отрицательного нейтронного p-резонанса у изотопа 207Pb, вместо 204Pb, как ожидалось на 
основании работ по наблюдению поворота спина тепловых нейтронов при 
взаимодействии со свинцом, были проведены дополнительные эксперименты на 
усовершенствованном гамма-спектрометре COCOS канала №1 реактора ИБР-2 с 
повышенной эффективностью и быстродействием. Для изучения энергетической 
зависимости хода сечения радиационного захвата нейтронов в качестве мишеней 
использовались два образца с различным весом и содержанием изучаемых изотопов: а) 20 
г с обогащением 90,4% по изотопу 207Pb и б) 9 г с обогащением 51% по изотопу 204Pb, 
содержащим 0,94 г изотопа 207Pb. 

 В результате проведения нескольких серий измерений накоплен достаточный 
экспериментальный материал, для возможной изотопной идентификации искомого 
отрицательного p-резонанса и оценки его параметров. 

 
1.5 Исследования деления ядер 
 
1.5.1 Поиск экзотических мод деления на реакторе ИБР-2 с использованием установки 
«Мини-Фобос» 
 

События, указывающие на возможность существования тройного коллинеарного 
кластерного распада (ТККР), были впервые обнаружены в серии экспериментов по 



изучению спонтанного деления ядер 252Cf, проведенных в Лаборатории ядерных реакций. 
Экспериментальные проявления такого канала распада рассматривались в рамках 
предположения “недостающей” массы, т.е. детектирования в совпадении только двух 
тяжёлых коллинеарных фрагментов, имеющих меньшую суммарную массу, чем масса 
исходно делящегося ядра. Данная “недостающая” или “потерянная” масса может 
соответствовать одному или нескольким фрагментам, которые вылетают под малыми 
углами к оси деления и не детектируются. Как предполагается, для подобных процессов 
ключевую роль играют оболочечные эффекты. Основные результаты были получены на 
установках ФОБОС и мини-ФОБОС. Одним из главных преимуществ детекторных 
модулей спектрометра ФОБОС является возможность независимого измерения вектора 
скорости, массы и заряда каждой частицы без привлечения предположений о 
кинематических особенностях механизма реакции. 
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Рис.12. Установка Мини-Фобос на канале 6б 
реактора ИБР-2. 
Рис.12. Установка Мини-Фобос на канале 6б 
реактора ИБР-2. 

  

 
 
 

Рис.13. Стартовый лавинный счетчик 
с внутренней мишенью. 

 
Исследования продолжились в Лаборатории нейтронной физики в соответствии с 

решениями рабочего совещания от 21 декабря 2004 г. В 2006 году спектрометр мини-
ФОБОС был установлен на канале нейтроновода 6Б реактора ИБР-2 (см. Рис.12), и 
выполнена серия измерений. Для работы в новых условиях была изготовлена 
поддерживающая стойка, разработан стартовый лавинный счётчик с внутренней мишенью 
(Рис. 13). Стабильность набора данных обеспечивалась кондиционированием как 
экспериментального каньона 6Б, так и помещения с электроникой. В рамках 
вышеописанного метода изучался распад 236U*, полученного в реакции 235U+ nth. Всего 
было набрано около 6x106 событий, при этом эффективность спектрометра составила 
примерно 1.5%. Предварительный анализ указывает на структуры, подобные 
обнаруженным при исследовании распада ядер 252Cf. 
 
 
1.5.2 Измерение полных энергетических спектров легких заряженных частиц в 
спонтанном делении 252Cf 
 
 Эксперимент по измерению полных энергетических спектров легких заряженных 
частиц в спонтанном делении 252Cf был проведен в лаборатории JYFL (г. Ювяскюля, 
Финляндия). Экспериментальная установка показана на Рис. 14. Спонтанный источник 
деления 252Cf, изготовленный в Радиевом институте (С.Петербург), имел активность 



порядка 500 делений в секунду. Подложка, на которую был нанесен тонкий слой 
калифорния, представляла собой фольгу из окиси алюминия (Al2O3) толщиной 22.2 + 3.4 
мкг/см2 с напылением ~10 мкг/см2 слоя золота. Потеря энергии осколков при 
перпендикулярном прохождении через подложку составляла ≤ 1.5 МэВ. Потери энергии 
осколков, вылетающих с передней части источника были не ьбольше 60 кэВ. Оценочная 
толщина слоя калифорния (Cf2O3) равняется 3.5 мкг/см2. 

 

 
 

Рис. 14. Экспериментальная установка для измерения энергетических спектров легких 
заряженных частиц. 

 
В эксперименте регистрировалась энергия и время пролета легкой заряженной 

частицы, при этом отсутствовали какие-либо поглотители на ее пути к детектору. Это 
позволило измерить энергетические спектры с высокой точностью вплоть до самых 
маленьких энергий ~0.5 МэВ, что является самым низким порогом, когда-либо 
достигнутым в экспериментах такого рода. Легкие заряженные частицы регистрировались 
мозаиками из кремниевых детекторов, расположенными на расстоянии ≈20 см от 
источника. В качестве стартового сигнала использовались осколки деления, 
зарегистрированные быстрым МКП детектором, расположенным под прямым углом к 
мозаике кремниевых детекторов на расстоянии 2.5 мм от источника. Для дискриминации 
осколков деления от 6-мэвных альфа-частиц от естественной радиоактивности 252Cf была 
применена схема совпадения стартовых сигналов с сигналами от 10 кремниевых 
детекторов, расположенных с противоположной от МКП стороны источника. Геометрия 
эксперимента покрывала угловой диапазон от 70° до 110° вылета легких заряженных 
частиц относительно осколков деления. Т.е в основном регистрировались экваториальные 
частицы. 
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4He 

Рис. 15. Экспериментальные энергетические спектры для 4He (слева) и 6He (справа). Для 
4He показаны вклады от истинных α-частиц, и от α-частиц образующихся в результате 
распада 5He. 

 
Результаты измерений для α-частиц и 6He представлены на Рис. 15. На левом 

рисунке нанесены две кривые, которые представляют собой результат подгонки 
экспериментальных данных для энергий выше 9 МэВ с учетом известного из предыдущих 
измерений 17% вклада от α-частиц, образующихся в результате распада нестабильных 
изотопов 5He в тройном делении. Видно, что отклонение формы экспериментальной 
кривой от Гауссовской не может быть объяснено этой компонентой. По-видимому, 
наличие этого отклонения связано со сложным статистическим распределением 
начальных конфигураций делящейся системы в момент разрыва ядра. Такое 
предположение качественно подтверждается траекторными расчетами. Следует также 
заметить, что измеренный энергетический спектр α-частиц совпадает с данными, 
полученными Тищенко в 2002 г, однако существенно расходится с данными Лавланда 
1974 года. Полный энергетический спектр для 6He был измерен впервые в этой работе. 
 
1.5.3 Подготовка измерений эмиссии мгновенных нейтронов в нейтронно-
индуцированном делении на источнике GELINA (IRMM, Geel, Бельгия) 

 
В настоящее время актуальным является исследование  реакций 239Pu(nres,f) 

235U(nres,f) с целью измерения корреляций эмиссии мгновенных нейтронов с массовыми 
распределениями осколков деления в нескольких наиболее сильных резонансах. Учитывая 
высокую удельную альфа-радиоактивность плутония, приемлемое качество 
спектрометрии осколков деления могло быть достигнуто с применением современной 
техники цифровой обработки сигналов (ЦОС). Для уменьшения эффекта наложения 
импульсов из-за естественной радиоактивности мишеней было также необходимо 
разработать методику спектрометрии осколков деления с помощью токовых 
предусилителей, которые позволяли улучшить качество спектроскопии осколков деления 
в реакции 239Pu(nres,f). Для решения указанных задач в колаборации с сотрудниками IRMM 
впервые была разработана уникальная методика ЦОС с токовыми предусилителями для 
спектрометрии осколков деления. Был создан математический аппарат цифрового анализа 
импульсных сигналов детекторов ядерных частиц, а также разработано программное 
обеспечения (ПО) для дискретизации и сбора информации с ионизационных камер и 
нейтронных детекторов. Вышеуказанная методика и ПО были апробированы с 
использованием 252Сf(sf) активностью 30 килобекерель. Были получены результаты, 
хорошо согласующиеся с литературными данными. 



Также в колаборации с сотрудниками IRMM была разработана методика измерения 
множественности нейтронов деления с использованием нейтронных детекторов на базе 
жидкого сцинтиллятора NE213, предоставленных колаборацией DEMON. Была создана 
библиотека программ ЦОС, реализующих функции стандартных модулей ядерной 
электроники таких, как спектрометрические усилители, дискриминаторы со следящим 
порогом, аналого-цифровое и аналогово-временное преобразование и т.д. Было 
разработано ПО для цифровых осциллографов фирмы Tektronix, позволяющих 
использование их в качестве аппаратуры для оцифровывания импульсов детекторов 
ядерных частиц.  

 
 

Cathode
 
 
 
 
 
 
 
 
 
 
 
 
 
Установка располагалась на 8 метровой пролетной базе импульсного нейтронного 

источника GELINA (Рис. 16). Всего было использовано 8 нейтронных детектора (НД) 
емкостью по 4 литра каждый. Расстояние между исследуемой мишенью и НД составило -
0.75 м. Для калибровочных измерений использовалась мишень 252Cf(sf) активностью 30 
килобекерель.   

Для подавления фона гамма квантов использовался анализ формы импульсов и 
измерение времени пролета мгновенных нейтронов деления (Рис. 17). Калибровочные 
измерения проводились как с включением, так и с выключением пучка нейтронов от 
GELINA. 
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Рис. 16. Схема экспериментальной установки. 

Рис. 17. Иллюстрация 
подавления фона гамма 
квантов при регистрации 
мгновенных нейтронов 
деления с анализом 
формы импульса и 
времени пролета  для 
252Cf(sf). 

 

 

 



1.6 Гамма-спектроскопия нейтронно-ядерных взаимодействий 
 

Продолжается анализ и интерпретация экспериментальных данных для плотности 
уровней и радиационных силовых функций дипольных гамма-переходов в диапазоне 
энергии связи нейтрона в ядрах из области масс 39<A<201. Цель анализа: а) оценка 
величины и формы энергетической зависимости корреляционных функций куперовских 
пар нуклонов в нагретом ядре; б) экстракция потенциально доступной информации о 
динамике взаимодействия обычной и сверхтекучей компонент ядерной материи при 
изменении энергии возбуждения ядра вплоть до нейтронных резонансов. 

В частности, выполнена аппроксимация плотности уровней парциальными 
плотностями уровней с различным числом квазичастиц с параметрами, учитывающими 
оболочечные неоднородности одночастичного спектра. 

Оценены факторы, которые следует учитывать при прецизионной аппроксимации 
сумм радиационных силовых функций в различных ядрах. 

Выполнено  сопоставление расчетных и экспериментальных полных гамма-спектров 
в кобальте и железе-57. Оно продемонстрировало, что плотность уровней и радиационные 
силовые функции, определенные по разработанной в Дубне методике обеспечивают 
наилучшее воспроизведение экспериментальных данных такого типа и для легких ядер. 

При содействии Дубны в Ханое выполняется подготовка к экспериментальному 
измерению двухквантовых каскадов захвата тепловых нейтронов. 

 
1.7 Исследование реакций (n,p) и (n,α) 

 
На ускорителе ЭГ-5 ЛНФ проводятся эксперименты по измерению угловых 

корреляций в реакции 14N(n,p)14C в области энергий нейтронов до 1 МэВ. В качестве 
источника нейтронов используется реакция 7Li(p,n)7Be. Цель исследований – определение 
парциальных нейтронных и протонных ширин резонансов для спинов каналов j = 1/2 и 3/2 
и, с использованием этих данных, оценка слабого матричного элемента из результатов 
поляризационных экспериментов, полученных ранее. Текущие (предварительные) 
экспериментальные значения корреляции вперед-назад получены при Еn = 450, 476, 521, 
557, 627, 640, 693 кэВ и равны 0.046 ± 0.033, -0.029 ± 0.027, -0.147 ± 0.056, -0.042 ± 0.016, 
0.454 ± 0.072, 0.065 ± 0.028, 0.013 ± 0.024, соответственно (см. Рис. 18). Достаточно 
высокие значения αfb при En = 521 и 627 кэВ могут быть обусловлены 
нестабильностью/дрейфом энергии нейтронов в течении длительных экспозиций при 
измерении в направлении вперед и назад. Вместе с этими измерениями производятся 
работы по усовершенствованию методики с целью улучшения точности получаемых 
результатов. Они включают в себя как оснащение эксперимента новыми детекторами, так 
и отработку процедуры обработки данных. Продолжаются теоретические расчеты и 
компьютерное моделирование процессов.   

 В рамках программы по изучению механизмов ядерных реакций и получению 
данных для ядерной энергетики на ускорителе ЭГ-4.5 Института физики тяжелых ионов 
при Пекинском университете, Китай, проведены исследования реакции 64Zn(n,α)61Ni для 
нейтронов с энергиями 2.6 и 4.0 МэВ. Источником нейтронов служили реакции T(p,n)3He 
на твердой Ti-T мишени и D(d,n)3He на газовой дейтериевой мишени. Получены 
энергетические спектры и угловые распределения α-частиц, данные обрабатываются. 
Завершена обработка данных предыдущих измерений при Еn = 5 и 6 МэВ, получены 
значения полного и дифференциального сечения реакции 64Zn(n,α)61Ni для этих энергий.  

Завершена обработка данных  по измерению сечений реакции 6Li(n,α)T при энергии 
нейтронов 1,05, 1,54 и 2,25 МэВ. Работы проводятся совместно с Пекинским 
университетом (Китай) и Лодзинским университетом (Польша). 



 Подготовлено оборудование для проведения экспериментов с использованием 
метода времени пролета на импульсном источнике нейтронов Московской мезонной 
фабрики ИЯИ РАН в Троицке и затем на ИРЕН в Дубне. 

 

 
Рис. 18. Верхний график – относительный выход протонов из реакции 14N(n,p)14C; 
нижний график – предварительные значения корреляции вперед-назад. 

 
 
2. Теоретические исследования  
 

Обнаружен эффект нейтронострикции в нейтронных звездах и рассчитано его 
влияние на параметры нейтронных звезд. Нейтрон-ядерное упругое рассеяние 
характеризуется, в частности, когерентной длиной рассеяния, которая приводит к 
оптическому потенциалу взаимодействия нейтрона со средой. Положительная длина – к 
отталкивающему,  отрицательная – к притягивающему.  Нейтрон-нейтронное рассеяние 
также характеризуется когерентной длиной рассеяния, и эта длина отрицательна. 
Следовательно, оптический потенциал внутри нейтронной звезды является 
притягивающим для каждого нейтрона, и он сжимает (стрикция) звезду в дополнение к 
гравитации. Это сжатие не приводит к коллапсу звезды, потому что длина рассеяния 
уменьшается с увеличением плотности, однако расчет показывает, что влияние 
нейтронострикции на параметры звезды может быть больше релятивизма. Кроме того, 
зависимость длины рассеяния от плотности приводит к таким явлениям как пульсация и 
взрывы. Последнее возможно при резонансной зависимости длины рассеяния от энергии 
нейтрона. Работа открывает новые перспективы в изучении звезд и элементарных частиц. 

Найдено полное решение задачи об отражении нейтронов от среды с 
геликоидальной намагниченностью. Показано, что имеет место резонансное отражение с 
переворотом спина. На рисунке 19 показана зависимость от волнового вектора 

коэффициента отражения  без переворота спина (сплошная кривая) и с переворотом 
(пунктирная кривая) при начальной поляризации нейтронов  в направлении, 
k



противоположном оси z , которая 
параллельна внутренней нормали 
к зеркалу. При этом 
предполагается, что 
намагниченность вещества при 
удалении от поверхности 
вращается против часовой 
стрелки.  

 

 
Продолжено теоретическое 
исследование процесса 
нуклонной перезарядки  n + p  →  
p + n . В частности, с помощью 

оператора перестановки спиновых проекций нейтрона и протона, детально рассмотрены 
спиновая структура амплитуды перезарядки n + p  → p + n  при нулевом угле  и спиновая 
структура амплитуды упругого рассеяния “назад” нейтрона на протоне. Получены 
соотношения между соответствующими коэффициентами в этих амплитудах. 
Установлено, что для процессов перезарядки n + p  →   p + n  при нулевом угле и упругого 
np- рассеяния “назад” разделение дифференциального сечения на спин-зависящую и не 
зависящую от спина части принципиально различно . Именно в случае перезарядки при 
нулевом угле спин-зависящая часть сечения пропорциональна  сечению  зарядово-
обменного развала дейтрона  n + d  →  

Рис. 19. Зависимость коэффициента отражения от 
волнового вектора. 

 p + ( nn )  в направлении “вперед”. Спин-зависящая часть дает основной вклад в 
сечение перезарядки при кинетических энергиях нейтронов  > 200 MeV . 

Выполнен расчет спектра относительных импульсов двух конечных нейтронов при 
зарядово-обменном развале дейтрона  n + d  → p + ( nn )  с учетом сильного    nn-
взаимодействия в конечном состоянии, используя аналитические решения уравнения 
Шредингера для S-волновой функции дейтрона и функции относительного движения двух 
нейтронов в потенциалах типа прямоугольной ямы. Показано, в частности, что при малых 
относительных импульсах вклад nn-взаимодействия в конечном состоянии сильно 
превалирует. С ростом относительных импульсов наблюдается резкий спад функции 
распределения.  

 В 2006 году продолжалось исследование −β распада нейтрона. Для извлечения 
характеристик электрослабых взаимодействий из полулептонных распадов адронов 
необходимо точное вычисление радиационных поправок к этим процессам с 
последовательным учетом сильных взаимодействий и строения адронов. С этой целью в 
2006 году были получены и исследованы тождества Уорда-Такахаши, связывающие 
вершинные части слабых распадов адронов и соответствующие собственно- 
энергетические части и амплитуды взаимодействия адронов с электрослабыми 
(калибровочными) полями. Результаты работы дают возможность определенно заключить, 
в какой мере учет сильных взаимодействий в электрослабых процессах может быть 
выполнен точно, без обращения к приближенным оценкам. 
 
3. Прикладные и методические исследования 

 
3.1 Исследования элементного состава и структуры приповерхностных слоёв 
твердых тел на ускорителе ЭГ-5 
 

В 2006 году в сотрудничестве с Институтом Физики УМКС были выполнены 
эксперименты по исследованию свойств GaAs имплантированного ионами  In с энергией 
250 кэВ и дозой 3х1016 см-2. Для того, чтобы определить коэффициенты диффузии индия в 
арсениде галлия часть образцов после имплантации  подвергалась изобарическому отжигу 



в атмосфере аргона при температурах 6000 и 8000С в течение 0,5 и 2-х часов. Затем, 
поверхность образцов  покрывалась защитным слоем Si3N4. Исследования глубинных 
профилей элементов  выполнялись на ускорителе ЭГ-5 с использованием методики RBS. 
В результате были определены неизвестные ранее коэффициенты диффузии In в GaAs в 
температурном диапазоне 600-8000С. Также исследовались оптические параметры (n, k) 
имплантированных поверхностей GaAs с помощью элипсометрической методики.  

Глубинные профили водорода, имплантированного в кремний при энергии 12 кэВ, 
были исследованы с помощью методики ERD на базе электростатического генератора ЭГ-
5. При дозе имплантации водорода 2х1016 см-2 оказалось возможным определить 
предельную атомную концентрацию, которая может быть измерена с помощью  методики 
ERD при энергии ионов гелия 2,332 МэВ. Она составила 0,5 ат.%. При дозе имплантации 
водорода 1017 см-2 атомная концентрация водорода в кремнии  составляла 3% и 
определялась достаточно точно.  При обработке соответствующего спектра протонов 
отдачи проведена  оценка  предельной глубины, достижимой с помощью методики ERD 
при энергии ионов гелия 2,332 МэВ, она составляет 2мкм.  

В 2006 году продолжались также методические разработки. С целью развития 
техники имплантации был исследован механизм генерации ионов в плазменных 
источниках, их экстракции и формирования ионных пучков. В частности, для плазменного 
источника ионов выполнен упрощённый анализ процессов, происходящих в плазме, на 
основе которого получены аналитические выражения для ионного тока и эффективности 
ионного источника, а также указаны факторы, определяющие оба параметра. 

  В сотрудничестве с  Электротехническим институтом Словацкой АН продолжались 
эксперименты по исследованию температурной стабильности слоистых структур типа 
Ru/HfO2/Si, Ru/HfSiOx/Si и Ru/HfSiON/Si, изготовленных с помощью CMOS 
(complementary metal-oxide-semiconductor) технологии. Методика RBS на базе 
электростатического генератора ЭГ-5 позволила обнаружить существенную разницу 
между этими структурами. В то время как изолирующие слои состава HfO2

   показывают 
слабую диффузию на обеих границах уже после отжига при 8000, структуры с HfSiOx 
слоями демонстрируют полную стабильность при этой температуре. А начальная 
диффузия этих слоёв наблюдается при температуре отжига 9000С. Однако при отжиге до 
10000С существенная диффузия, как в сторону подложки, так и в сторону внешнего слоя  
происходит у слоёв обоих типов. Это исследование показало, что присутствие атомов Si в 
диэлектрических слоях на основе Hf повышает термостабильность этих слоёв, что 
является существенным для CMOS технологии.  

Разработка методики «меченых» нейтронов на втором канале ЭГ-5 и первые 
результаты её использования для обнаружения скрытых веществ были представлены в 
докладе на XVI Международной конференции по электростатическим ускорителям и 
пучковым технологиям в Обнинске.  

Проведено исследование содержания тяжёлых элементов в зубах людей различного 
возраста и профессий, проживающих в различных условиях. Элементный анализ был 
выполнен с помощью ядерно-физических аналитических методик PIXE  и  RBS. 

 
3.2 Аналитические исследования с применением метода нейтронно-активационного 
анализа (НАА) на реакторе ИБР-2 

                                                           
Биомониторинг 
В рамках международной программы «Атмосферные выпадения тяжелых металлов 

(ТМ) в Европе – оценки на основе анализа мхов-биомониторов» завершен большой цикл 
работ, связанных с одновременным сбором образцов в 2005–2006 гг в ряде районов 
Центральной России, Южного Урала, Белоруссии, Болгарии, Словакии, Польши, 
Румынии, Сербии, Македонии, Хорватии и Греции для проведения многоэлементного 
активационного анализа на реакторе ИБР-2. Результаты анализа по 13 элементам: Al, As, 



Cd, Cr, Cu, Fe, Hg, Ni, Pb, Sb, Ti, V и Zn будут переданы в Европейский Атлас 
атмосферных выпадений ТМ. Аналогичные исследования проведены в Монголии и 
Вьетнаме. Особый интерес представляют результаты анализа мхов-биомониторов из 
биосферных заповедников (Приокско-Террасного и Воронежского), полученные в 
сотрудничестве с Институтом глобального климата и экологии (Москва). Параллельно с 
образцами мха из заповедников проанализированы аэрозольные фильтры, что позволит 
установить корреляцию между элементным содержанием в воздухе и атмосферных 
выпадениях во мхах-биомониторах.  

Проведены исследования воздушных загрязнений с помощью активного 
биомониторинга - экспозиции сухого мха (moss-bags) - в условиях городской среды в 
Познани (Польша); Байа Марэ (Румыния), Софии (Болгария), Афины (Греция) и в Дубне, 
в районе полигона бытовых отходов.  

 
Оценка состояния экосистем 
Завершен НАА колонок донных отложений, отобранных на шельфе Черноморского 

побережья Румынии. Совместно с ИФИН (Бухарест) и Бухарестским Университетом 
будет сделана оценка ретроспективного загрязнения этого региона.  

Многоэлементный НАА коллекции аэрозольных фильтров разных лет, полученных 
из Братиcлавы, позволит охарактеризовать динамику загрязнения атмосферы столицы 
Словакии тяжелыми металлами за последние 15 лет.  

Продолжена работа по изучению недельных циклов состояния атмосферы 
(элементного содержания аэрозольных фильтров) Великой Каирской долины (Египет). 
Новые результаты подтвердили ранее полученные данные о существовании так 
называемого «эффекта выходных дней», которые в арабском мире приходятся на четверг-
пятницу.  

Совместно с Университетом в Ополе (Польша) выполнено комплексное 
исследование по оценке состояния окружающей среды на «аномальной территории» на 
западе Польши, характеризующейся повышенным радиоактивным фоном вследствие 
Чернобыльской аварии и техногенным воздействием промышленности. Прослежена 
естественная миграция ряда элементов в почвенных разрезах, а также проведен НАА 
растений-биомониторов и грибов как аккумуляторов токсичных элементов.  

 
При участии университета «Дубна» изучено распределение ряда тяжелых металлов 

вблизи транспортных развязок в Дубне и Москве (Щелковское и Минское шоссе). 
Завершена работа по анализу 200 образцов почв из района свинцово-цинкового 

комбината в Македонии и построены карты распределений основных элементо-
токсикантов.  

 
Продукты питания и здоровье человека 

 В 2006 году завершен большой цикл работ по анализу продуктов питания из с 
целью оценки поступления микроэлементов в организм человека с продуктами питания 
(Центральная Россия) и воздействия вредных производств на качество продуктов питания 
(Румыния).  

 В рамках координационной программы МАГАТЭ «Воздействие токсичных и 
потенциально токсичных элементов на женщин репродуктивного возраста в 
развивающихся странах» (Exposure to toxic and potentially toxic elements in women of 
childbearing age in developing countries) совместно с Российским государственными 
медицинским университетом (Москва) и Аналитическим центром Геологического 
института РАН был проведен многоэлементный анализ образов крови 60-и специально 
подобранных пациентов. Анализ проводился с применением НАА на реакторах ИБР-2 в 
Дубне и МИФИ; свинец, кадмий и ртуть определялись методом атомной абсорбционной 
спектрометрии в ГИН РАН. 



 
Биотехнологии 
Совместно с Институтом физики АН Грузии получены новые результаты по 

определению хрома в бактериальных образцах Arthrobacter oxidans. Эти бактерии, 
выделяемые из природных базальтов, могут использоваться для изменения валентности 
хрома (перевод токсичного Cr-VI в нетоксичную форму Cr-III), что представляет большой 
научно-практический интерес. Эти результаты, опубликованные в журнале Analytical 
Chemistry (США) получили высокую оценку специалистов МАГАТЭ.  

 
Археология 
В рамках сотрудничесива с Университетом в Скопье и Музея Истории и археологии 

Македонии выполнен анализ керамик ритуальных сосудов (амфор) и соскобов с их 
внутренней поверхности. Результаты анализа позволят принять или отвергнуть гипотезу о 
содержимом этих амфор. 

 
Новые материалы 
Проведен НАА рубидий-содержащих соединений, используемых в экспериментах 

НЭОФКС по рентгеновской и нейтронной дифракции.  
 
Учебный процесс 
На базе установки РЕГАТА в радиоаналитической лаборатории на ИБР-2 в 2006 

году проводился Практикум для студентов старших курсов Университета «Дубна» и 
Международных Школ, организуемых УНЦ ОИЯИ. За отчетный период на базе сектора 
НАА были выполнены 2 бакалаврских и 5 магистерских работ. В 2006 году защищены 2 
кандидатские диссертации по материалам, полученным в секторе НАА.  

 
Организация совещаний 
 В 2006 году велась подготовка в Международному совещанию Комиссии 

организации объединенных наций “The 20th Task Force Meeting of the UNECE ICP 
Vegetation and Long-Range Atmospheric Transport of Pollutants”, которое будет проходить в 
Дубне в марте 2007 года.  
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